
 

 

ABSTRACT 

BROWN, JUDITH ALICE. The Modeling of Coupled Electromagnetic-Thermo-Mechanical 
Laser Interactions and Microstructural Behavior of Energetic Aggregates. (Under the 
direction of Dr. Mohammed Zikry). 
 

The coupled electromagnetic-thermo-mechanical response of RDX 

(cyclotrimethylene trinitramine)-polymer energetic aggregates under laser irradiation and 

high strain rate loads has been investigated to identify laser-induced hot spot formation and 

failure mechanisms at different physical scales.  A computational approach was developed to 

investigate the coupled phenomena of high frequency electromagnetic (EM) wave 

propagation, laser heat absorption, thermal conduction, and inelastic dynamic thermo-

mechanical deformation in heterogeneous energetic materials. The approach couples 

Maxwell’s equations with a dislocation density-based crystal plasticity formulation with a 

nonlinear finite-element approach to predict and understand thermo-mechanical response due 

to the interrelated effects of dielectric heating, adiabatic heating, thermal decomposition, and 

heat conduction.  The effects of heterogeneous microstructural characteristics, such as void 

distribution and spacing, grain morphologies and orientations, crystal-binder interactions, and 

dislocation densities were analyzed to determine their influence on hot spot formation and 

EM and mechanical energy localization. 

The effects of beam intensity, incident wavelength, material electromagnetic 

absorption coefficient, and the heterogeneous microstructure on spatial and temporal 

behavior and mechanisms of laser-induced hot spot formation were characterized and related 

to the thermo-mechanical response.  Different mechanisms for hot spot initiation under 

dynamic laser and pressure loads were identified, which are a function of shear strain 

localization and laser heat absorption.  The predictions indicate that hot spot formation was 
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accelerated by higher absorption coefficients and by localized plastic deformations that 

occurred in areas of significant laser heating.  RDX crystalline interfaces and orientations, 

polymer binder, inelastic strains, dislocation-density evolution, and voids significantly 

affected the coupled EM-thermo-mechanical response.  EM and thermo-mechanical 

mismatches at interfaces between RDX crystals, binder, and voids resulted in localized 

regions with high electric field and laser heat generation rates, which subsequently led to hot 

spot formation.  The incident laser intensity and shear strain localization were the dominant 

mechanisms that led to hot spot formation. 

The coupled electromagnetic-thermo-mechanical response of RDX-estane energetic 

aggregates under laser irradiation and high strain rate loads was also investigated.  

Temperatures induced by laser heating were above the glass transition temperature of estane, 

and therefore a finite viscoelastic constitutive relation was used to represent binder behavior.  

Local behavior mismatches at the crystal-binder interfaces resulted in geometrical scattering 

of the EM wave, electric field and laser heating localization, high stress gradients, dislocation 

density and crystalline shear slip accumulation. Viscous sliding in the binder was another 

energy dissipation mechanism that reduced stresses in aggregates with thicker binder 

ligaments and larger binder volume fractions. 

Energetic aggregates with binders that had embedded crystals with a broad range of 

size distributions were investigated to account for physically representative energetic 

microstructures. The presence of embedded crystals in the binder ligaments restricted viscous 

sliding, and resulted in global hardening of the aggregate, which led to large stress gradients, 

localized plasticity, and dislocation density accumulation.  The smaller crystals also 

increased scattering of the EM wave within the binder ligaments and increased the 



 

 

localization of EM energy and laser heat generation. Geometrically necessary dislocation 

densities (GNDs) were calculated to characterize how hardening at the binder interfaces can 

lead to strengthening or defect nucleation. 

This investigation indicates how the interrelated interactions between EM waves, 

material microstructure, and mechanical behavior in RDX-polymer aggregates underscores 

the need for a coupled approach for accurate predictions of high strain rate deformation and 

laser irradiation of heterogeneous materials.  The predictions indicate that the response is 

governed by laser EM energy and shear strain localization, and that controlling the aggregate 

microstructure and laser characteristics, such as beam intensity, material absorption 

coefficient, crystal size distributions, and porosity, will enable the prediction of hot spot 

formation, the enhancement of laser-based ignition and laser-based detection of energetic 

materials. 
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CHAPTER 1:  Introduction 

1.1 Overview 

Energetic materials are a class of compounds that release large amounts of stored 

chemical energy through an exothermic reaction at very fast reaction rates.  They have many 

applications in components where fast energy release is requires, such as rocket fuels, 

dynamites, and plastic bonded explosives.  Detonations of these materials can result in 

damage and losses, so it is critical to understand and predict their response to various sources 

of energy, including mechanical pressures, elevated temperatures, and electromagnetic (EM) 

radiation. 

A variety of applications involve laser irradiation of energetic materials, such as 

remote laser-based detection [1-5], laser machining [6], and laser-induced ignition [7].  These 

laser-based techniques can be performed from a standoff distance, which can help to reduce 

safety hazards. Extensive fracture, plastic deformation, and localized hot spot formation have 

been observed in energetic materials subjected to high power density laser irradiation [7,8], 

indicating that the interaction of EM wave propagation, heat generation, and induced high 

strain rate mechanical loads govern the material response.  It is critical, therefore, to develop 

a fundamental understanding of energetic aggregates under coupled laser-thermo-mechanical 

loading conditions to accurately predict energetic material behavior. 

Three of the most commonly used energetic crystals are RDX, HMX, and PETN, all 

of which consist of covalently bonded organic molecules held together within a molecularly 

bonded crystal structure [9].  The crystal parameters and slip systems of these materials have 

been characterized in some detail, as shown in Table 1.1.   
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Table 1.1:  Crystallographic Parameters and Slip Systems for RDX, HMX, and PETN. 

Material Space Group 
Lattice 

Parameters 
(nm) 

Z* Slip systems Ref. 

RDX Pbca 
orthorhombic 

a = 1.3182 
b = 1.1574 
c = 1.0709 

8 (010) [001], (021) [100], 
(021) [100] [10] 

RDX -- -- -- 
(021)[100], (021)[100]—slip  
(011)[100], (011)[100]—slip  

(010)[100]—cross slip 
[11] 

HMX P21/c  
monoclinic 

a = 0.654 
b = 1.105 
c = 1.0709 
β = 124.3° 

2 (101)[101]—twinning 
(101)[101], (001)[100]—slip [12,13] 

PETN 𝑃42!𝑐 
tetragonal 

a = 0.938 
 b = 0.938 
c = 0.67 

2 (110) [111], (110) [111], 
(110)[111], (110) [111] [10] 

* Z denotes the number of molecules per unit cell 

Due to the nature of intermolecular bonding and the size and shape of the organic 

molecules, slip systems available for plastic deformation are limited and unique to each 

material.   Gallahger et. al. [10] have identified three unique slip systems in RDX through 

Knoop hardness indentation experiments.  More recent nanoindentation experiments by 

Ramos et. al. [11] report observation of six total slip systems, although they also conjecture 

that RDX, in general, does not possess five independent slip systems to accommodate 

general strain distributions and there may be only three independent strain components.  In 

HMX, the plastic deformation mechanisms are based on twinning on the (101)[101] system 

and slip on (101)[101] and (001)[100] systems [12], while PETN has four symmetrically 

equivalent slip systems of the (110) [111]-type [10].  In contrast to metals, where favorable 

slip systems are governed largely by the inter-planar spacing and shortest lattice translation 
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distances, the complex, irregularly shaped organic molecules in energetic crystals can cause 

certain lattice translations on otherwise favorable slip planes to result in energetically 

unfavorable inter-molecular contacts.  Such steric effects appear to govern the favorable slip 

systems in RDX and PETN, and can explain the unique deformation mechanisms observed in 

these materials [10]. 

Energetic crystals are often embedded within a polymer binder to form energetic 

aggregates used as plastic bonded explosives (PBX) and solid rocket propellants [9].  

Commonly used binders include estane, polychlorotriflouroethylene (PCTFE), and hydroxyl-

terminated polybutadine (HTPB), which are typically present in 5 – 30% volume fractions 

and add mechanical stability and adhesion between the energetic crystals [14-18].  

Additionally, defects including voids, solvent particle inclusions, and dislocations further 

contribute to the heterogeneous microstructure of energetic aggregates.  The primary 

initiation mechanism occurs when an external stimulus causes heat build-up in localized “hot 

spots” faster than it can be conducted into the bulk material [19,20].  The high temperatures 

generated at a hot spot accelerate the local exothermic decomposition reaction and can lead 

to widespread deflagration and possible detonation [21]. 

The heterogeneous microstructure of energetic aggregates creates multiple pathways 

for energy localization under EM, thermal, and mechanical stimuli.  Several microstructural 

characteristics of energetic materials, such as voids [20,22-24], shear banding [25], 

dislocation pile-ups [26,27], and crystal size [28] have been proposed to affect hot spot 

formation in energetic materials subjected to mechanical loads.  Additionally, crystalline 

grain-boundaries (GBs), dislocations [7,29], and absorbing particle inclusions [7,30], can 
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facilitate hot spot formation due to laser electromagnetic energy localization, which is 

governed by dielectric heterogeneity between the various crystal, binder, and defect 

constituents.  Furthermore, laser energy localization can dominate at wavelengths that are 

weakly absorbed by the energetic crystals, due to larger penetration depths and greater 

interactions with defects [31,32].  EM wave scattering and attenuation within PBX materials 

is also strongly dependent on EM wave frequency and crystal size [33]. 

Modeling efforts of laser interaction with energetic materials have accounted for 

varying features of the material’s microstructure.  Works by Abdulazeem et al. [34] and 

Khaneft et al. [35] used an analytical Beer-Lambert absorption profile to model laser heating 

of pure energetic crystals without considering any EM wave propagation effects.  

Additionally, Wood et al. [36] used molecular dynamics simulations to investigate EM laser 

induced decomposition in αHMX molecules at very high power densities and short time 

scales on the order of picoseconds.  Lee Perry et al. [30] used an EM finite-element model 

loosely coupled with heat and mass transport models to predict EM wave propagation and 

subsequent laser-induced ignition in homogeneous HMX containing a single SiC inclusion 

particle.  Damm et al. [37] modeled laser heating in CP ([5-cyanotetrazolato-N2] penta-

amminecobalt (III) perchlorate) pressed powders with carbon black inclusion particles 

assuming an isotropically scattering medium formulation to describe the EM wave 

propagation.  Zurk et al. [33] used a dense medium model within the quasi-crystalline 

approximation to account for the multiple scattering between dielectric particles and predict 

an effective wave vector for THz wave propagation through granular PBX simulant 

aggregates.   
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Complex microstructure features present in energetic aggregates, such as crystal-

binder interfaces, crystal morphology, polymer binder volume fraction, voids, grain 

boundaries, and dislocation densities, therefore, would strongly affect EM wave propagation 

and the coupled thermo-mechanical behavior.  Thus, an integrated modeling approach that 

couples the effects of high frequency EM wave propagation and thermo-mechanical behavior 

with the material microstructure is needed to understand and predict energetic material 

behavior and potential hot spot formation during laser irradiation. 

1.2 General Research Objectives and Approach 

The objectives of this work were to identify coupling mechanisms between the 

inelastic deformation, EM wave propagation, heat generation, and microstructural evolution 

present during laser irradiation and to develop a fundamental understanding of the coupled 

response of energetic aggregates.  This will build knowledge of how heterogeneous 

microstructural features, such as crystal sizes, interfaces and grain boundaries, dislocation 

densities, voids, polymer binder behavior, and electromagnetic absorption affect the response 

at different laser intensities and wavelengths.  Such understanding will facilitate the ability to 

control features of energetic aggregates responsible for hot spot formation and may 

ultimately lead to better methods of stand-off detection or ignition.   

Hence, a computational approach was developed that couples high-frequency EM 

wave propagation, absorption, and heat generation, with a thermo-mechanical dislocation-

density based crystalline plasticity formulation to fundamentally understand and predict the 

coupled response of energetic aggregates under infrared laser irradiation. The model includes 

the effects of conduction and internal heat generation sources due to mechanical plastic 
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deformation, the exothermic chemical decomposition reaction, and laser-induced heating, 

which is modeled as a function of material electromagnetic absorption coefficient and local 

electric field intensity. 

Laser induced hot spot formation mechanisms were studied in RDX-PCTFE 

aggregates, where the PCTFE binder was modeled as a hypo-elastic material since laser 

induced temperatures were below its glass transition temperature.  These aggregates were 

studied using both an analytical distribution for laser heating following Beer-Lambert 

absorption and the full EM finite element method to obtain the laser heating distribution.  

The laser heat distribution was then coupled to the thermo-mechanical domain to determine 

the effects of material absorption coefficient, laser intensity, inelastic deformation, voids, and 

dislocation densities on hot spot formation mechanisms. 

Additionally, the coupled EM-thermo-mechanical response of RDX-estane 

aggregates was studied to include the effects of viscous deformation of the binder above its 

glass transition temperature.  Several different RDX-estane aggregates were modeled under 

laser irradiation and high strain rate loads to understand the effects of microstructure 

morphology, aggregate size, binder volume fraction, and non-uniform crystal size 

distributions on EM and shear strain localization. 

1.3 Dissertation Organization 

This dissertation is organized as follows:  Chapter 2 presents the dislocation density 

based crystalline plasticity and finite viscoelastic material constitutive relations, formulation 

for high frequency EM wave propagation, and the electromagnetic-thermo-mechanical 

coupling mechanisms.  Chapter 3 presents the numerical approach developed to couple EM 
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and thermo-mechanical phenomena and specialized finite element techniques used to obtain 

the thermo-mechanical quantities. Chapter 4 presents results from a study of laser-induced 

hot spot formation in RDX-PCTFE aggregates with various absorption coefficients.  Chapter 

5 presents the effect of laser intensity and microstructural defects on hot spot formation in 

RDX-PCTFE aggregates.  Chapter 6 presents a discussion on the effect of microstructure 

morphology, aggregate size, and viscous binder sliding on EM localization in RDX-estane 

aggregates.  Chapter 7 presents the effects of small crystals embedded within the binder 

ligaments, which are present in many energetic aggregates, on the coupled EM-thermo-

mechanical response of RDX-estane aggregates and behavior at the crystal-crystal and 

crystal-binder interfaces.  
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CHAPTER 2:  Material Constitutive Formulations and Electromagnetic-
Thermo-Mechanical Coupling 

This section presents the dislocation density-based crystalline plasticity formulation 

used for the RDX crystals, hypo-elastic and finite viscoelastic formulations used for the 

polymer binder, and the governing equations for EM wave propagation in dielectric 

materials.  The EM-thermo-mechanical coupling mechanisms that form the basis of the laser-

material interaction are presented. 

2.1 Multiple Slip, Dislocation Density-Based Crystalline Plasticity Formulation 

The dislocation-density based crystal plasticity constitutive framework used in this 

study is based on the formulation developed by Zikry [38], Ashmawi and Zikry [39], and 

Shanthraj and Zikry [40], and is outlined in the following sections. 

2.1.1 Crystalline Plasticity Kinematics 

The velocity gradient tensor, , is calculated from the deformation gradient as  

     .            (2.1) 

The velocity gradient is then further decomposed into the symmetric deformation rate tensor, 

Dij and an anti-symmetric spin tensor Wij.  It is assumed that the tensors Dij and Wij can be 

additively decomposed into elastic (e) and inelastic (p) components as 

     , ,           (2.2) 

where 𝑊!"
! includes the rigid body spin.  The plastic parts are related to the crystallographic 

slip rates as 

      ,     ,        (2.3) 
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where α is summed over all slip-systems, and  and  are the symmetric and 

antisymmetric parts of the Schmid tensor in the current configuration, respectively. 

These are defined in terms of the slip plane normal (ni) and slip directions (sj) as 

    and .     (2.4) 

The effective plastic shear slip, γeff , is calculated from the plastic deformation rate tensor as 

       ,    (2.5) 

to provide a measure of plastic strain accumulation over time. 

The objective stress rate is given by  

𝜎!"! = 𝐿!"#$ 𝐷!" − 𝐷!"
! −𝑊!"

!𝜎!" −𝑊!"
!𝜎!",     (2.6) 

where Lijkl is the elastic modulus fourth-order tensor of the crystal. 

A power law hardening relation is assumed to obtain the slip rate (𝛾(!)) on each slip 

system α as 

             no sum on α,                                 (2.7) 

where  is the resolved shear stress, and  is the reference shear strain-rate which 

corresponds to a reference shear stress .  The strain rate sensitivity parameter, m, is 

obtained as 

                 .               (2.8) 
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The reference stress used is a modification of widely used classical forms[41] that relate 

reference stress to immobile dislocation-density  as 

              ,             (2.9) 

where  is the static yield stress on slip system α, G is the shear modulus, nss is the 

number of slip systems,  is the magnitude of the Burgers vector, and  are Taylor 

coefficients which are related to the strength of interactions between slip-systems [42].  

Additionally, the effects of temperature are considered, where T is the temperature, T0 is the 

reference temperature (293 K), and ξ is the thermal softening exponent.  The Taylor 

coefficients, , are obtained using Frank’s rule to determine energetically favorable 

interactions for immobile dislocation density junction formation [43].  For RDX crystals, the 

six interactions of self-interaction, co-linear interaction, co-planar interaction, Lomer locks, 

glissile junctions, and Hirth locks [44] are considered, but only self-interaction is found to be 

energetically favorable.  Thus,  is assumed to be 0.6 for self-interactions on each slip 

system and  for the other interactions is set equal to zero. 

2.1.2 Dislocation Density Evolution 

Following the approach of Zikry and Kao [45], it is assumed that, for a given 

deformed state of the material, the total statistically stored dislocation-density, 𝜌(!), can be 

additively decomposed into a mobile, 𝜌!
(!), and an immobile dislocation-density, 𝜌!"

(!) as   

                 (2.10) 
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During an increment of slip, mobile dislocations may be generated, immobile dislocations 

may be annihilated, and junctions may be formed or destroyed due to interaction between 

dislocations on the various slip systems.  It is assumed that the mobile and immobile 

dislocation-density evolution rates can be coupled through various interaction mechanisms, 

including the formation and destruction of junctions as the stored immobile dislocations act 

as obstacles for evolving mobile dislocations.  Thus, the mobile and immobile dislocation 

density evolution rates are governed by coupled differential equations as 

                     (2.11) 

       .             (2.12) 

 

The dislocation density evolution follows the formulation of Shanthraj and Zikry 

[43], and a brief summary is given in the following discussion.  Dislocation density 

generation is related to Frank Read sources, where gsour is a coefficient pertaining to an 

increase in the mobile dislocation-density due to dislocation sources.  Trapping of mobile 

dislocations due to forest intersections, cross-slip around obstacles, or dislocation interactions 

is described by gmnter, and the immobilization of mobile dislocations is described by gimmob.  

The rearrangement and annihilation of immobile dislocations through recovery processes is 

given by grecov, and is modeled using an Arrhenius relationship dependent on the frequency of 

intersection between immobile and mobile dislocations, activation enthalpy, and the local 

temperature.  These coefficients are not known beforehand, but are obtained as a function of 

the deformation mode as outlined in Shanthraj and Zikry [43] and shown in Table 2.1. 
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Table 2.1:  Summary of g-Coefficients for Dislocation Density Evolution Equations 

Coefficient Expression 

  

  

  

  

 

 

 
 

 
 

 

 Substituting the expressions for the coefficients in Table 2.1 into Equations (2.11-

2.12), the evolution of mobile and immobile dislocation densities is obtained as 

,                (2.13)
 

.                (2.14)
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2.2 Constitutive Formulations for Polymer Binders 

The constitutive relation for the polymer binder was chosen based on the polymer 

glass transition temperature.  For the PCTFE binder, the glass transition temperature is 

approximately 50° C, and the temperatures due to the EM and adiabatic heating would be 

lower than this glassy temperature [17].  Thus, PCTFE is modeled as a hypo-elastic material 

based on the first term of Equation (2.6).  For the estane binder, temperatures generated by 

laser irradiation are well above the glass transition temperature, which is approximately -

40°C [46].  Thus, a finite viscoelastic constitutive relation is used to account for the nonlinear 

viscous relaxation behavior at operating temperatures above the glass transition of estane.   

2.2.1 Finite Viscoelastic Formulation 

Following a generalized Maxwell model based on the approach of Kaliske and 

Rothert [47], the stresses are decomposed into deviatoric and hydrostatic components, where 

the deviatoric component exhibits rate-sensitivity and the hydrostatic component exhibits 

rate-insensitivity. 

 The hydrostatic stress is updated using finite elasticity through the deformation-rate 

tensor and the Jaumann rate of Cauchy stress as 

𝜎!"#! = ℂ!"# ∙ 𝐷!"# + 𝜎!"#! ∙𝑊 −𝑊 ∙ 𝜎!"#! ,                             (2.15) 

where 𝐷!"# is the hydrostatic component of the deformation rate tensor, 𝜎!"#!  is the 

hydrostatic stress at the current time step, and 𝑊 is the total spin tensor. ℂ!"# is the isotropic 

elastic material matrix for plane strain. 
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 The deviatoric stress is updated as the sum of contributions from each element in the 

Maxwell model as 

𝜎!"#!!! =   𝜎!  !"#!!! + 𝐻!!!!!!
!!! ,                                           (2.16) 

where 𝜎!  !"#!!!  is the deviatoric component of the lone spring, and 𝐻!!!! is the viscous stress 

corresponding to spring-dashpot element 𝑗. The viscous stress in each spring-dashpot element 

is updated as  

𝐻!!!! = 𝐻!! ∙ 𝑒
!∆!!! + !!

!!
∙ !!!

!∆!!!

∆!
!!

∙ 𝜎!  !"#!!! − 𝜎!  !"#! ,                    (2.17) 

where 𝐻!! is the viscous stress at the current time step, ∆𝑡 is the time step size, 𝜏! is the 

relaxation time, 𝐺! is the shear modulus of the spring-dashpot element, 𝐺! is the shear 

modulus of the lone spring, and 𝜎!  !"#!  is the deviatoric component of the lone spring at the 

current timestep. The time-temperature superposition theory of Williams, Landel and Ferry 

(WLF) [48] is used to modify the relaxation times through the use of a shift factor, 𝑎!.  Mas 

et al. [46] have fitted temperature data for estane to a WLF equation as  

𝑙𝑜𝑔 𝑎! = !!.! !!!!
!"#! !!!!

,                                                   (2.18) 

where 𝑇! is a reference temperature and 𝑇 is the current temperature. The relaxation time for 

the Maxwell element j is related to the temperature shift factor as  

𝜏! = 1.5𝑎!10(!!!) .     (2.19) 
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2.3 Electromagnetic Formulation for Laser Wave Propagation 

EM wave propagation within a material is governed by Maxwell’s equations and the 

material’s electrical properties.  By combining Maxwell-Ampère’s and Faraday’s laws, the 

following differential equation is obtained to describe the electric field within the material, 

where 𝐸 is the electric field vector, λ is the wavelength, ω is angular frequency, and ε0 is the 

permittivity of vacuum. 

∇× !
!!
∇×𝐸 − !!

!

!
𝜀! −

!
!!!

𝑖 𝐸 = 0.         (2.20) 

The parameter µr is the magnetic permeability, εr is the electrical permittivity, and σ is the 

electrical conductivity.  The subscript r denotes that the value is relative to the corresponding 

property of vacuum.  The electrical permittivity is also related to the material refractive index 

through 

𝜀! = 𝑛 − 𝑘𝑖 !,          (2.21) 

where the real part (n) governs wave speed and wavelength inside the material and the 

imaginary part (k) governs the material’s ability to absorb the EM energy. 

Equation (2.20) is based on the assumption that the material has linear electrical 

constitutive relations and that the EM field varies harmonically with time as  

𝐸 = 𝐸 𝑥,𝑦, 𝑧 𝑒!!"#.         (2.22) 

It is assumed that a harmonic electric field is appropriate to model laser pulses with 

microsecond durations, as EM transients generally occur much faster on the order of 

picoseconds. 

Most energetic materials are dielectrics with very low electrical conductivity and 

unique absorption spectra in the infrared wavelength range corresponding to molecular 
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structure in the crystals [33].  Thus, it is further assumed that the material is non-magnetic  

(µr = 1) and non-conducting (σ = 0).  With these assumptions and combining Equations (2.20 

– 2.21), the EM wave propagation in a dielectric material is described by 

  ∇× ∇×𝐸 − !!
!

!
𝑛 − 𝑘𝑖 !𝐸 = 0.   (2.23) 

This equation is solved to obtain the electric field distribution throughout the material as a 

result of laser irradiation.   

2.4 Coupling of Electromagnetic and Thermo-Mechanical Behavior 

The primary coupling mechanism for dielectric materials occurs as the propagating 

EM wave is absorbed and converted to heat within the material.  Assuming that all energy 

absorbed is converted to heat, the volumetric laser heat generation rate is equal to the EM 

power loss density given by the dot product of electric field and current density (𝐽) as 

𝑞!"#$% = 𝐸 ∙ 𝐽.     (2.24) 

Although the conduction current is assumed to be zero in such dielectric materials, bound 

charges switch polarization under the time-varying electric field and produce a non-zero 

displacement current given by 

𝐽 = 𝜀!(𝑛 − 𝑘𝑖)!
!!
!"

.            (2.25) 

Combining Equation (2.22) with Equations (2.24 – 2.25) and taking the time average value 

for harmonic steady state wave propagation yields the following expression for laser heat 

generation rate as 

𝑞!"#$% = 𝐸
! !
!
𝑐𝜀!𝑛

!!"
!

.    (2.26) 
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Equation (2.26) can also be written as the product of the electric field intensity, I, and 

material absorption coefficient, α, by considering their relationship with electric field and 

material refractive index as  

𝛼 = !!"
!
,      (2.27) 

𝐼 = 𝐸
! !
!
𝑐𝜀!𝑛.     (2.28) 

In addition to the laser-induced heating, thermo-mechanical heat generation sources 

are assumed to occur.  During high strain-rate deformation, heat is generated in crystalline 

materials as the material undergoes plastic work and builds up much faster than conduction 

away from the deformed area can occur.  Thus, adiabatic heat generation due to mechanical 

energy in crystalline materials is given as 

𝑞mechanical=χ  σij
’   Dij

P,                                  (2.29) 

where χ is the fraction of plastic work converted to heat, and 𝜎!"!  is the deviatoric stress. 

Energetic crystals can also produce heat through an exothermic thermal decomposition 

reaction, which is assumed to occur as a single-step Arrhenius exothermic process [49] as 

𝑞decomposition=ρΔHZe
-Ea
RT ,                                    (2.30) 

where ρ is the mass density, ΔH is the heat of decomposition, Z is a pre-exponential factor, 

𝐸! is the activation energy of decomposition, R is the universal gas constant, and T is the 

current temperature.  Heat generated due to viscous sliding in the polymer [50] is given as 

𝑞!"#$%&# =
!!
!!!  ∶  !!

!!!

!  !!  !!
!!
!!! .      (2.31) 
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Equations (2.26, 2.29 – 2.31) are used as heat sources to the Fourier heat equation, which 

couples their effects with conduction and temperature build up.  Thus, the temperature 

distribution (T) resulting from dielectric laser heating, adiabatic heat generation from plastic 

work, and thermal decomposition mechanisms is obtained as  

                     ρcp
∂T
∂t

=λ∇2T+𝑞mechanical+𝑞decomposition+𝑞laser + 𝑞viscous,             (2.32) 

where ρ is density, cp is specific heat at constant pressure, and λ is thermal conductivity. 
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CHAPTER 3:  Numerical Methods 

The computational framework used to couple the high frequency electromagnetic 

wave propagation discussed in Section 2.3 with the evolution of stresses, temperatures, and 

other thermo-mechanical quantities is presented in Section 3.1.  Additionally, the specialized 

finite element scheme used in the thermo-mechanical domain to obtain the velocity gradient 

tensors and temperature distribution is outlined in Section 3.2. 

3.1 Framework for Coupling EM and Thermo-Mechanical Domains 

EM wave propagation, thermal conduction, and inelastic deformation occur on 

different time and length scales associated with the physical system of interest.  For thermo-

mechanical processes, the length scale is related to the microstructural features and 

temperature gradients that must be resolved, and the time scale is associated with the 

propagating inelastic wave speed and material thermal diffusivity.  The various 

microstructural constituents of energetic aggregates range between 10 to 200 µm, and the 

timescale associated with dynamic inelastic wave propagation ranges from ms to ns.  The 

time and length scales of interest for EM wave propagation are associated with the EM 

wavelength and wave speed in a medium, and finite elements used to discretize Equation 

(2.23) are approximately on the order of five times smaller than the EM wavelength.  This 

requires elements no larger than 2 µm to resolve the infrared wavelengths considered in this 

study, which is significantly smaller than element sizes required to resolve the 

microstructural features.  Additionally, the EM wave speed is much faster than the inelastic 

wave speed, and EM waves will traverse a given distance several orders of magnitude faster 

than inelastic waves. 
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A different finite-element mesh and solution must, therefore, be used for the EM 

domain, than the one used for the thermo-mechanical domain.  This is accomplished through 

a computational framework that solves the EM and thermo-mechanical problems using 

separate domains and passes information sequentially between them (Figure 3.1).    

	
  

Figure 3.1:  Computational algorithm for coupled electromagnetic-thermo-mechanical model. 

The thermo-mechanical calculation is done so that quantities such as dislocation 

density and temperature evolution may be tracked during dynamic inelastic wave 

propagation.  Since the EM wave speed is several orders of magnitude faster than the 

inelastic wave speed, it is assumed that the electric field has reached steady state conditions 

during a single thermo-mechanical time step.  The commercial software COMSOL 

Multiphysics is used to obtain the electric field distribution according to the finite element 
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solution of Equation (2.23), and the associated volumetric laser heat generation rate is 

mapped to the thermo-mechanical domain. 

As shown in Figure 3.1, an initial EM solution is obtained before the thermo-

mechanical computation is initiated.  The laser heat distribution 𝑞!"#$! is passed to the 

thermo-mechanical domain and mapped onto the thermo-mechanical mesh.  The multiple-

slip dislocation density based crystalline plasticity constitutive model is then used to obtain 

thermo-mechanical deformation and heat generation, which are then combined with the laser 

heat generation to obtain the temperatures by Equation (2.32).   

Since changes in the microstructure may affect EM wave propagation, it is necessary 

to consider this effect by re-calculating the laser heat generation rate using the current 

deformed microstructure.  However, to do this at every time step would be computationally 

expensive and is not necessary as long as the deformation that occurs during a single time 

step is relatively small.  Therefore, information is passed between the different domains at 

nominal strain increments of 2.5%.  If the nominal strain is less than 2.5% since the last EM 

update, the thermo-mechanical computation continues on to the next time step and uses the 

laser heating values obtained from the most recent EM update.  If the nominal strain 

increment is equal to 2.5%, however, the thermo-mechanical computation is paused while a 

new EM solution is obtained with the current deformed geometry.  This new distribution of 

𝑞!"#$% is then mapped back to the thermo-mechanical domain and used until the next EM 

update. 
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3.1.1 Mapping Methods Between EM and Thermo-Mechanical Domains 

For the energetic aggregates and laser wavelengths considered in this study, the 

elements used in the EM domain are 10-20 times smaller than the elements used in the 

thermo-mechanical domain.  Consequently, the mapping method shown in Figure 3.2 is used 

to map the laser heat generation rate from the EM domain to the thermo-mechanical domain.   

	
  

Figure 3.2:  Mapping method for transfer of laser heat generation rate from EM domain to 
thermo-mechanical domain. (a) Zoomed-in view of model with EM and thermo-mechanical 
meshes superimposed, (b) Enlarged view from circled region of (a), (c) Element of thermo-
mechanical mesh with average laser heat generation rate calculated from (b) applied as a 
constant value. 

The thermo-mechanical mesh is superimposed on the EM mesh (Figure 3.2(a)), and 

the EM elements are sorted according to which thermo-mechanical element they are located 

within.  The laser heat generation rate assigned to each thermo-mechanical element 

(𝑞!"#$%&') is then determined by averaging the laser heat generation rate of all the EM 
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elements (𝑞!"#$%&') contained inside that particular thermo-mechanical element (Figure 

3.2(b-c)) as  

𝑞!"#$%&' = !!"#!"#$(!)!
!!!

!
,         (3.1) 

where N is the number of EM elements contained inside each thermo-mechanical element. 

When updating the EM solution, the current nodal coordinates of the thermo-

mechanical mesh are used to create a new model in the EM domain with geometry identical 

to the deformed thermo-mechanical domain.  A new EM mesh is then generated for this 

configuration, and it is used to obtain the updated electric field distribution and laser heat 

generation rate from Equations (2.23) and (2.26).   

3.2 Numerical Methods in Thermo-Mechanical Domain 

  The total deformation rate tensor, 𝐷!", and the plastic deformation rate tensor, 𝐷!"
! , are 

needed to update the material stress state through the constitutive formulation presented in 

Chapter 2.  These quantities are obtained through a specialized finite element scheme 

developed by Zikry [38] for rate-dependent crystalline plasticity formulations and 

summarized here. 

3.2.1 Determination of the Total Velocity Gradient 

The total velocity gradient is calculated from the nodal displacements obtained by 

finite element analysis with Q4 quadrilateral elements.  The deformation calculated by the 

finite element method is used to calculate the total velocity gradient in accordance with 

Equation (2.1).  For quasi-static analysis, an incremental, iterative approach using the quasi-

Newton BFGS scheme is used to determine the nodal displacements.  For dynamic analyses, 
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an implicit Newmark- , iterative approach using BFGS to solve the finite element equations 

linearized about  at each timestep is used.  Trapezoidal values of  and  were 

chosen for unconditional stability of the finite element method.  Details for this dynamic 

approach are given by Shanthraj and Zikry [43]. 

To avoid numerical locking due to incompressible pressure constraints, 1-point 

integration of the Q4 quadrilateral element is used, which has the added benefit of reduced 

computational time.  However, reduced integration can lead to the zero-energy numerical 

instability of hourglassing.  Stiffness-based hourglass control is implemented to control the 

hourglass instability following the method of Flanagan and Belytschko [51]. 

3.2.2 Determination of the Plastic Velocity Gradient 

The objective stress rate is coupled with the time derivative of the resolved shear 

stresses to determine the resolved shear stresses on each slip plane given by   

         ,     (3.2) 

         ,     (3.3) 

Equation (3.3) can be expanded to 

                    ,             (3.4) 

where the reference stress is a function of the immobile dislocation density.  The slip rates 

can be determined using the resolved shear stress (Equation (2.9)).  The plastic deformation 

rate tensor and spin rate tensor can then be used along with the Schmid tensor and slip rates 

to determine the plastic velocity gradient (Equation (2.3)).  
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 The elastic spin rate tensor can be determined as a function of the total spin rate 

tensor and the plastic spin rate tensor using Equation (2.2). It was assumed in the derivation 

of Equation (3.4) that the time rate of change of the slip normals and directions is related to 

the lattice spin as 

     and   .               (3.5) 

The non-linear ODE’s governing the resolved shear stresses and dislocation density 

evolution necessitate a solution method that is both accurate and stable due to their non-linear 

nature and the possibility of numerical stiffness [38].  The non-linear nature of the problem 

requires a solution method with high order accuracy, while the possibility of numerical 

stiffness requires a solution method that is stable and will not propagate error due to stiff 

behavior.   

 An adaptive timestep fifth-order accurate step halving Runge-Kutta method is 

employed.  Two approximate solutions are taken using the fourth-order Runge-Kutta method, 

one at step length  and a second with two steps of length .   

                      (3.6) 

                        (3.7) 

The two solutions are combined to yield 

            ,              (3.8) 

where  is the local truncation error, which is used to measure the accuracy of the 

solution.  If the accuracy is not less than a specified tolerance, , the timestep size is 

reduced by  
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     ,               (3.9) 

where  is the new timestep size,  is the initial timestep size, and  is used to keep 

the new timestep small enough to be accepted. 

 When the timestep is becomes excessively small, the timestep restriction can be due 

to stability issues caused by numerical stiffness [38].  The integration method is then 

switched to the first-order accurate, unconditionally stable, backward Euler method,  

         ,              (3.10) 

which is solved using quasi-Newton iteration. 

3.2.3 Finite Element Representation of Thermal Conduction 

Temperatures are obtained from the discretized finite element heat conduction 

equation, 

                                         C 𝑇 + K 𝑇 = 𝑅! ,                                                (3.11) 

where 𝐶  is the matrix of coefficients proportional to temperature rate of change, 𝑇  is the 

vector of change in nodal temperatures, 𝐾  is a matrix of coefficients proportional to 

temperature, 𝑇  is the vector of nodal temperatures, and 𝑅!  is the vector of nodal input 

heat sources for mechanical, decomposition, and laser energies.  The elemental matrices of 

these quantities are given by 

                                              𝐶!"! =    𝑁! 𝑁   𝜌  𝑐! 𝑑𝑉,                                          (3.12) 

                                                 𝐾!"! =    𝐵! 𝜅 𝐵 𝑑𝑉,                                             (3.13) 

                                                    𝑅!"! =    𝑁!   𝑄 𝑑𝑉,                                                   (3.14) 
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where 𝑁  is the vector of shape functions, 𝐵  is the strain-displacement matrix, and 𝜅  is 

the matrix of thermal conductivities.  The elemental heat generation rate, Q, is the sum of 

heat generation sources within the element obtained from Equations (2.26) and (2.29 – 2.31).  

The time-varying temperature histories are obtained by direct time integration of 

Equation (2.32) as follows 

!
!"
𝐶 + 𝛽[𝐾] 𝑇 !!! =

!
!"
𝐶 + 𝛽[𝐾] 𝑇 ! + 1− 𝛽 𝑅! ! + 𝛽 𝑅! !!!,        (3.15)       

where the parameter β = 0.5 for Crank-Nicholson (trapezoidal rule) integration is used. 
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CHAPTER 4:  Laser Interaction Effects of EM Absorption and 
Microstructural Defects on Hot-Spot Formation in RDX-PCTFE Energetic 

Aggregates 

4.1 Introduction 

It is necessary to understand the effects of microstructure on the response of energetic 

aggregates to incident laser energy, thermal, and mechanical loads, and to identify the 

mechanisms that contribute to hot spot formation and possible detonations.  The complex 

microstructure of these materials, in conjunction with their mechanical, chemical, and 

electrical properties, greatly affects their sensitivity to detonation due to the interrelated 

effects of high mechanical pressures, temperatures, and electromagnetic energy.  

Hence, the main objective of this study is to investigate and understand the coupled 

effects of microstructural crystal-binder interactions, dislocation-density evolution, void 

distributions and material electromagnetic absorption properties on the thermo-mechanical 

response and hot spot formation mechanisms in energetic aggregates subjected to 

simultaneous laser energy and dynamic pressure loads.  The effects of electromagnetic 

absorption coefficient coupled with void distribution and spacing, grain morphology, crystal-

binder interactions, and dislocation densities were analyzed to determine their influence on 

the time, location, and mechanisms of hot spot formation. 

4.2 Results 

The RDX energetic aggregate was represented by a 1mm x 1mm model consisting of 

25 RDX crystals with average size of 200 µm dispersed inside a PCTFE polymeric binder 

material (Figure 4.1).  The morphology of the crystals was generated using a Voronoi 

tessellation algorithm, and their misorientations at the grain boundaries vary randomly 
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between -15° and +15°.  Material properties of the RDX crystals are given by Armstrong and 

Elban [9] and Annapragada et al. [15], and are shown in Table 4.1.  Experimental data 

reported by Miller [52] indicates that the melting point of RDX increases linearly under an 

applied pressure load.  However, thermal decomposition was also observed at temperatures 

below this elevated melting point for a given pressure, which is consistent with the 

predictions indicating that thermal decomposition will occur for the range of pressure loading 

conditions used in the study.   

Table 4.1:  Material Properties of RDX and PCTFE Binder 

 RDX PCTFE Binder 

Density ( !"
!!) 1820 2158 

Yield Stress (MPa) 580 -- 

Elastic Modulus (GPa) 18.4 3.66 
Poisson Ratio 0.22 0.39 

Thermal Conductivity ( !
!  !

) 0.29 0.142 

Specific Heat (cp) (
!

!"  !
) 1260 1260 

 

 The crystals are modeled with the following three slip systems:  (010) [001], (021) 

[100], (02 ) [100] as shown in Gallagher et al. [10], and orientations specific to RDX are 

used to obtain the slip system interaction coefficients used in Equation (2.9).  RDX crystals 

often contain voids, which result due to crystal processing parameters, and can exist in a 

variety of sizes, distributions, and overall porosity volume fractions [22,53].  For this study, 

the volume fraction of internal voids was assumed as 2.8%, and both a random distribution 

and a periodic distribution of these voids were investigated. 

1
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The PCTFE binder is randomly dispersed between the grains with a 10% volume 

fraction of the total aggregate.  Thermal conductivity for the binder was taken from 

measurements given in Kline and Hansen [54], and its specific heat capacity was set equal to 

that used for RDX based on values reported for a 90% RDX / 10% Kel-F aggregate by 

Baytos [55].  Its mechanical properties are based on measurements by Brown et al. [17], and 

since the glass transition temperature of the PCTFE binder is approximately 50° C [17], it is 

assumed that the material will be in an elastic rubbery stage for the dynamic loading 

conditions used in this investigation.  Consequently, it is modeled as a hypo-elastic material 

based on the first term of Equation (2.6).     

 

Figure 4.1:  The RDX-polymer aggregate with boundary conditions and loading from (a) 
Compressive pressure load, and (b) Incident laser intensity.  The loading conditions are shown 
separately for clarity, but were applied to the model simultaneously. 

Two-dimensional plane strain conditions were used with a constant 750 MPa 

dynamic compressive pressure load applied at the top surface and held constant for the 
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duration of the time history (Figure 4.1(a)).  Boundary conditions are shown in Figure 4.1, 

with the top and both sides of the model free to deform and a fixed condition on the lower 

surface.  Simultaneously, laser energy was applied as a Gaussian beam with a peak intensity 

of 1x107 W/cm2 centered at the location (0.5, 1.0) mm and with a radius of 0.2 mm (Figure 

4.1(b)).  For this study, the electric field intensity was specified as a function of depth below 

the material surface (ysurface - y) and material absorption coefficient, α, following a Beer-

Lambert absorption relation given by  

𝐼 𝑥,𝑦 = 𝐼!(𝑥)𝑒!!(!!"#$%&'!!),             (4.1) 

where I0(x) is the intensity profile just inside the material surface after any surface reflections 

have occurred.  This expression is obtained from the solution to the time-harmonic 

electromagnetic wave equation for a wave propagating through a perfect dielectric material 

in the y-direction, with its electric field polarized in the out-of-plane z-direction [56].   For a 

Gaussian beam, which is the fundamental operation mode for many lasers, the surface 

intensity distribution is given by  

𝐼! 𝑥 = 𝐼!"#𝑒
! !!! !

!!  ,          (4.2) 

where Imax is the peak intensity at the center of the beam, µ is the global x-coordinate at the 

beam center, and r is the Gaussian beam radius.   

We assumed laser energy wavelengths that varied between 10.0 – 10.6 μm, which can 

be generated by an infrared CO2 laser.  For this wavelength range, the optical properties of 

RDX and binder materials have been measured by Isbell and Brewster [57], and there is a 

wide variation in the RDX absorption coefficient between approximately α = 0 cm-1 at 

wavelength 10.0 µm and α = 2800 cm-1 at wavelength 10.6 µm while the binder absorption 
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coefficient remains relatively constant at α = 361 cm-1 for this range of wavelengths.  

Consequently, we investigated three different cases with RDX absorption coefficients of α = 

10 cm-1, α = 100 cm-1, and α = 1,000 cm-1, and we assumed a constant value of α = 361 cm-1 

for the binder absorption coefficient for all cases. 

4.2.1 Low RDX Absorption Coefficient (α = 10 cm-1) and Random Void Distribution 

For the case of low RDX absorption with a coefficient of α = 10 cm-1 and a random 

void distribution, the spatial temperature distribution, which includes the interrelated effects 

of heat conduction, decomposition, plastic work heating and laser heating, is shown at a time 

of 0.632 µs after the initial application of thermal and structural loading in Figure 4.2(a).  The 

temperatures are normalized by the initial temperature of 293	
  K.  It can be seen that a large 

region throughout the center of the model had temperatures that are 1.1 times the initial 

temperature, while much higher temperatures, up to 2.2 times the initial temperature, are 

localized around the binder regions at the surface near the center of the applied laser source 

(x = 0.5 mm) and scattered throughout the material in local areas near the voids. 

The normalized temperature increase due solely to the laser heating is shown in 

Figure 4.2(b), and it can be seen that the laser heating is the main mechanism affecting the 

high temperatures generated in the binder at the surface, and also for the general low 

temperature increase in the RDX crystals.  This thermal distribution is due to the absorption 

properties of both the binder and the RDX crystals.  For the RDX crystals, which have a low 

absorption coefficient (α = 10 cm-1), most of the laser energy passes through the material, and 

only a small percentage is absorbed and converted into heat.  The binder has a higher 

absorption coefficient (α = 361 cm-1), such that more of the laser energy is absorbed by the 
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binder material at the top surface with temperatures that were 2.2 times the original 

temperature.   

Figure 4.2:  Temperature components for random void distribution and RDX absorption 
coefficient α	
  = 10 cm-1, normalized by the initial temperature of 293	
  K and shown at 0.632 μs.  
(a) Total temperature increase including effects from conduction, laser-heating, decomposition, 
and plastic work heating, (b) Laser-induced temperature increase, (c) Plastic work induced 
temperature increase, (d) Temperature increase due to thermal decomposition of RDX. 

This result is consistent with the nominal absorption depth for the two materials, 

which is calculated (based on Equations (4.1) and (4.3)) as 1/α from the one-dimensional 

analytical solution for laser-induced heating in a homogeneous material given as 

  𝑇 𝑦, 𝑡 = 𝑇!"!#!$% + (𝑡)
!
!!!

𝐼!𝛼𝑒!!(!!"#$%&'!!)            (4.3) 

The absorption depth describes the distance from the material top surface at which the 

propagating electromagnetic wave is reduced to 33% of its original intensity, or alternatively 
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the depth at which 67% of the laser energy has been absorbed within the material as heat.  

For RDX crystals with an absorption coefficient of α = 10 cm-1, the calculated absorption 

depth is equal to 1 mm.  This indicates that at the bottom edge of the model (1mm from the 

top surface), only 67% of the energy from the laser has been absorbed within the RDX 

crystals.  The binder, by contrast, has a much shorter absorption depth of 0.028 mm, 

indicating that 67% of the laser energy applied on the binder is absorbed and converted to 

heat close to the top surface, and that the binder material within the bulk of the model will be 

exposed to little of the laser energy.  This behavior can be clearly seen in Figure 4.2(a-b).  

The temperature increases mainly due to plastic work are localized at regions 

surrounding the voids (Figure 4.2(c)), and it can be seen that this is the dominant contribution 

to local temperature buildup within the material.  Heating due to decomposition also occurs 

at some of the inter-void regions that experience plastic work heating (Figure 4.2(d)), 

although the contributions from decomposition at this time (0.632 μs) are less than 1.1 times 

the original temperature indicating that the decomposition process is in its early stages. 

Figure 4.3 shows the distribution of normal stress, accumulated plastic shear strain, 

and immobile and mobile dislocation densities on the most active slip system (010) [001] at a 

time of 0.632 µs.  At this time, the initial pressure wave has propagated throughout the 

domain and the normal stress, shown normalized by the static yield stress of RDX, was 

generally compressive throughout the bulk of the material with some localized tensile regions 

at the peripheries of the voids (Figure 4.3(a)).  The accumulated plastic shear strain (Figure 

4.3(b)) is highly localized in regions where two voids are located close together, or where a 

void is near the binder.  The immobile (Figure 4.3(c)) and mobile (Figure 4.3(d)) dislocation 
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densities (normalized by the initial dislocation densities), which correspond to the most 

active slip system (010) [001], show that dislocation density activity is concentrated in 

regions of high plastic shear strain around the voids.  This accumulation of plasticity in the 

inter-void regions is directly linked to the temperature increase seen in these areas as heat is 

dissipated due to the plastic work (Figure 4.2(a, d)). 

Figure 4.3:  (a) Normal stress (normalized by static yield stress), (b) Accumulated plastic shear 
strain, (c) Immobile and (d) Mobile dislocation densities from the most active slip system 
(010)[001] (normalized by the initial value) for random void distribution and low RDX 
absorption coefficient α	
  = 10 cm-1 at a time of 0.632 μs. 

The coupled effects of applied pressure loads and incident laser energy are further 

illustrated by considering the temperature increase and the plastic shear strain along a vertical 

line extending through the model (Figure 4.4).  The predicted temperatures are significantly 

higher at several locations than those calculated by the analytical 1-D solution for 
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homogeneous RDX (Equation (4.3)) due to the thermo-mechanical coupling and 

microstructural interactions. 

Figure 4.4:  (a) Predicted temperature, 1-D analytical solution for laser-generated temperature 
(Equation (4.3)), and plastic shear strain along the vertical line taken from (b) for RDX 
absorption coefficient α	
  = 10 cm-1 with random void distribution.  All temperatures are 
normalized by the initial temperature of 293	
  K. 

The initial temperature increase at y = 0.9 mm is due to heat conduction from the 

nearby binder, which undergoes significant heating at the top surface due to its higher 

absorption properties.  At depths further within the model, the predicted solution temperature 

is higher than the 1-D analytical solution in areas with plastic shear strain accumulation (y = 

0.65 mm, y = 0.3 mm, and y = 0.15 mm) due to the additional heat generation in these areas 

from plastic work.  At the binder regions, a slightly lower temperature than the 1-D analytical 

solution is predicted due to the difference in absorption properties between these two 

materials.  However, in areas where pure RDX is present without voids, such as the central 

grain between y = 0.4 mm and y = 0.6 mm, the predicted temperature matches well with the 

analytical solution. 
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These localized temperature build-ups are of significant interest, since hot spots can 

form within energetic materials when the heat generated in a localized area exceeds the heat 

dissipated to the surrounding material [27,58].  The rapid temperature increase is due largely 

to the Arrhenius exponential rate of heat generated by the thermal decomposition mechanism 

(Equation (2.30)), and such unbounded temperature build up in a localized area can indicate 

hot spot formation as shown by LaBarbera and Zikry [59].  In this case with low RDX 

absorption (α = 10 cm-1) and a random void distribution, a hot spot forms in the circled 

region of Figure 4.2(a) at a time of 0.635 µs.  The initial heat generation mechanism in this 

area is plastic work heating due to the high shear strain accumulation, which then leads to 

thermal decomposition that quickly causes an unbounded temperature to develop.  The laser-

induced temperature increase in this region is small (Figure 4.2(b)), so in this case laser 

heating was not a major contributor in forming the initial hot spot.  These results clearly 

delineate the mechanisms for hot spot generation due to plastic work heating that triggers 

decomposition in regions that experience high plastic shear strains, which is consistent with 

LaBarbera and Zikry [59].  

4.2.2 Intermediate RDX Absorption (α = 100 cm-1) and Random Void Distribution 

For an intermediate absorption coefficient in the RDX crystals of α = 100 cm-1 and a 

random void distribution, the total normalized temperature increase at a time of 0.416 µs is 

shown in Figure 4.5(a).  Similar to the low absorption (α = 10 cm-1) case, the peak 

temperature increases of 2.2 times the initial temperature occur at the surface in the binder 

material, but the temperature of the uppermost RDX crystals has also significantly increased.  
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The denoted circled area at the edge of the uppermost void indicates a region with 

unbounded temperature increase, which is indicative of hot spot formation, at 0.420 µs. 

Figure 4.5:  Temperature components for random void distribution and RDX absorption 
coefficient α	
  = 100 cm-1, normalized by the initial temperature of 293	
  K and shown at a time of 
0.416 μs.  (a) Total temperature increase including effects from conduction, laser-heating, 
decomposition, and plastic work heating, (b) Laser-induced temperature increase, (c) Plastic 
work induced temperature increase, (d) Temperature increase due to thermal decomposition of 
RDX. 

The laser-induced temperature increase is shown in Figure 4.5(b), and it can be seen 

that laser heating is the main mechanism that affects thermal increases throughout the RDX 

crystals near the top surface.  Significant temperature increases between 1.2 and 1.6 times the 

initial value occur within the Gaussian beam diameter and at depths above 0.5 mm from the 

top surface.  This indicates that most of the laser energy is absorbed and converted to heat 
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within the top surface grains, and this is consistent with the nominal absorption depth for 

homogeneous RDX at this value of α, which is calculated to be 0.1 mm based on the 1-D 

analytical solution (Equation (4.3)).   

The temperature increase due to plastic work heating is localized at areas between 

neighboring voids (Figure 4.5(c)) with its maximum value occurring at the void closest to the 

top surface in the area that experiences an unbounded temperature.  At this location, 

temperature increases due to thermal decomposition within the RDX crystal (Figure 4.5(d)) 

occurred, and this contributed to hot spot formation. 

At 0.416 µs, just before the hot spot develops, the distributions of normal stress, 

plastic shear strain, and the immobile and mobile dislocation densities on the most active slip 

system (010) [001] are shown in Figure 4.6.  Similar to the low absorption case with α = 10 

cm-1, the normal stress is generally compressive throughout the entire model (Figure 4.6(a)), 

with several tensile regions near the peripheries of the voids and within the elastic binder.  

The plastic shear strain accumulation (Figure 4.6(b)) and both the immobile and mobile 

dislocation density buildups (Figure 4.6(c-d)) are concentrated at areas between voids, and 

the maximum values for all these quantities are less than those seen in the previous case 

(Figure 4.3(b-d)). 
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Figure 4.6:  (a) Normal stress (normalized by static yield stress), (b) Accumulated plastic shear 
strain, (c) Immobile and (d) Mobile dislocation densities from the most active slip system 
(010)[001] (normalized by the initial value) for random void distribution and RDX absorption 
coefficient α	
  = 100 cm-1 at a time of 0.416 µs. 

For the case with low RDX absorption coefficient (α = 10 cm-1), laser heating was not 

a major contributor in hot spot initiation, which allowed more time for additional plasticity to 

develop that eventually caused hot spot formation at 0.635 µs.  For the intermediate RDX 

absorption coefficient of α = 100 cm-1, significant temperature increases occurred due to the 

laser localizing in an area that also had substantial shear strain localization and plastic work 

heating.  The combination of these two heat generation sources increased the temperature, 

such that the thermal decomposition and unbounded temperature occurred at an earlier time 

than the α = 10 cm-1 case. 
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 A comparison of the two cases at the same time of 0.416 µs (Figure 4.7) shows that 

both cases have localized plasticity in the same areas, but at this time the maximum value of 

plastic shear strain is 0.44 for the low absorption coefficient α = 10 cm-1 (Figure 4.7(a)), 

while for the intermediate absorption coefficient α = 100 cm-1 the maximum plastic shear 

strain is 0.60 (Figure 4.7(b)).   

Figure 4.7:  (a) Plastic shear strain distribution at time 0.416 µs for low RDX absorption 
coefficient α = 10 cm-1and random voids, (b) Plastic shear strain distribution at time 0.416 µs 
for intermediate RDX absorption coefficient α = 100 cm-1and random voids, (c) Normalized 
temperature-time history for an element within the circled region, (d) Plastic shear strain-time 
history for an element within the circled region.  The same element is used for both low and 
intermediate absorption cases. 

These differences can be attributed to the significant temperature increases seen in the 

uppermost grains due to the higher absorption of laser energy in this region when the 

absorption coefficient is an intermediate value of α = 100 cm-1 (Figure 4.5(a)).  The increased 
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temperature facilitates more plastic shear strain accumulation in this region through thermal 

softening mechanisms, which reduces the reference shear stress that must be exceeded in 

order for plastic shear slip to occur (Equation (2.9)).  In addition, higher temperatures result 

in a faster annihilation rate for the immobile dislocation densities due to the recovery 

process, which also contributes to the increase seen in plastic shear strain.   

The relation between temperature and plastic shear strain can be further illustrated by 

considering the temperature (Figure 4.7(c)) and simultaneous plastic shear strain (Figure 

4.7(d)) accumulation over time in the circled region of Figure 4.7(a-b).  For the intermediate 

absorption coefficient α = 100 cm-1, this region is at a consistently higher temperature than 

for the low absorption coefficient α = 10 cm-1, due to more laser energy being absorbed and 

converted to heat in the uppermost grains.  This corresponds to the larger amounts of plastic 

shear strain that accumulate more quickly for the intermediate absorption coefficient (Figure 

4.7(d)).  Consequently, it can be seen that the material’s propensity to undergo plastic 

deformation is increased in regions that have significant absorption of laser energy, which 

can in turn affect the location and time of potential hot spot nucleation sites.  

4.2.3 High RDX Absorption (α = 1000 cm-1) and Random Void Distribution 

For a random void distribution with high RDX absorption coefficient of α = 1,000 

cm-1, the temperature increase was significant within a thin layer at the top surface (Figure 

4.8(a)) at a time of 0.096 µs.  The circled area indicates a site of unbounded temperature 

increase at the top surface of the center RDX crystal at 0.103 µs.  In this case, the laser 

energy is absorbed and converted to heat within a thin layer close to the top material surface, 

which results in a high temperature increase in this area and no temperature increase below 
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depths of 0.1 mm (Figure 4.8(b)).  The calculated absorption depth, based on the one-

dimensional analytical solution, for this value of α = 1,000 cm-1 is 10 µm, which is 

comparable to the area with the highest temperature increases seen in Figure 4.8(a-b).   In 

contrast to the two previous cases, the high absorption coefficient of RDX (α = 1,000 cm-1) is 

much greater than that of the binder (α = 361 cm-1), so after only 0.096 µs the laser energy 

absorbed by the RDX crystals is much greater than that absorbed by the binder. 

Figure 4.8:  Temperature components for random void distribution and RDX absorption 
coefficient α	
  = 1,000 cm-1, normalized by the initial temperature of 293	
  K and shown at a time of 
0.096 μs.  (a) Total temperature increase including effects from conduction, laser-heating, 
decomposition, and plastic work heating, (b) Laser-induced temperature increase, (c) Plastic 
work induced temperature increase, (d) Temperature increase due to thermal decomposition of 
RDX. 
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For this case, at the time that an unbounded temperature increase occurs, heating due 

to plastic work has only developed in one location (Figure 4.8(c)), and its magnitude is 

relatively small compared to the temperatures generated by the laser.  Plastic work heating 

also occurs at a location different from that where the unbounded temperature develops, 

indicating that this mechanism does not contribute to the hot spot formation.  At this time, a 

temperature increase due to decomposition has also occurred (Figure 4.8(d)), and its location 

does correspond to the site of unbounded temperature increase.  It is clear from Figure 4.8(a-

d) that for the case of high RDX absorption coefficient α = 1,000 cm-1, hot spot initiation is 

governed entirely by the fast laser heating that occurs in the top surface layers of the 

material, which leads to unbounded thermal decomposition, and hot spot formation. 

Since a hot spot develops so quickly at this high absorption coefficient, the 

compressive pressure wave has not yet propagated the entire length of the model, and a clear 

wave front is visible in the normal stress levels (Figure 4.9(a)).  This also explains the much 

lower levels of plastic shear strain (Figure 4.9(b)) and immobile and mobile dislocation 

densities for the most active slip system (010) [001] shown in Figure 4.9(c-d), respectively.  

Since plasticity can only develop in areas that have been subjected to the compressive wave, 

the only dislocation density activity and plastic strain present at this time is seen for the two 

voids near the top surface. 
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Figure 4.9:  (a) Normal stress (normalized by static yield stress), (b) Accumulated plastic shear 
strain, (c) Immobile and (d) Mobile dislocation densities from the most active slip system 
(010)[001] (normalized by the initial value) for random void distribution and RDX absorption 
coefficient α	
  = 1,000 cm-1 at a time of 0.096 µs. 

 

4.2.4 Periodic Void Distributions and Intermediate RDX Absorption (α = 100 cm-1) 

For a case with periodic voids and intermediate RDX absorption coefficient 

(α=100cm-1), the normalized temperature profile at 0.488 µs is shown in Figure 4.10(a).  The 

maximum temperature increase of 2.2 times the initial temperature occurs in the binder at the 

surface, but grains within the nominal diameter of the laser beam are also heated in the upper 

portion of the model and a temperature increase also occurs at the peripheries of some of the 
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voids.  An unbounded temperature increase occurred after 0.492 µs within the circled region 

of RDX immediately adjacent to the binder (Figure 4.10(a)). 

Figure 4.10:  Temperature components for periodic void distribution and RDX absorption 
coefficient α = 100 cm-1, normalized by the initial temperature of 293	
  K and shown at a time of 
0.488 µs.  (a) Total temperature increase including effects from conduction, laser-heating, 
decomposition, and plastic work heating, (b) Laser-induced temperature increase, (c) Plastic 
work induced temperature increase, (d) Temperature increase due to thermal decomposition of 
RDX. 

The temperature increase due to laser heating is shown in Figure 4.10(b), and it is 

almost identical to the laser induced temperature for the intermediate RDX absorption case 

with random voids (Figure 4.5(b)).  This results from both cases having the same absorption 

coefficient of α = 100 cm-1 in the RDX crystals, which is the primary factor that affects the 

location and magnitude of the laser-induced heating.  The temperature generated by plastic 

work heating is concentrated largely around the two voids in the lower corners, as shown in 
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Figure 4.10(c), while temperature increase due to decomposition is present in the area of 

RDX crystals adjacent to the binder where the hot spot forms (Figure 4.10(d)).   

The normal stress distribution (Figure 4.11(a)) is generally compressive and similar to 

the results for the random void configurations at comparable times (Figure 4.6(a)).  The 

plastic shear strain is largely concentrated around the two voids in the lower corners, and 

very little accumulation is seen anywhere else in the model (Figure 4.11(b)).  The immobile 

dislocation densities (Figure 4.11(c)) and mobile dislocation densities (Figure 4.11(d)) on the 

most active slip system (010) [001] are also concentrated around these two voids. 

Figure 4.11:  (a) Normal stress (normalized by static yield stress), (b) Accumulated plastic shear 
strain, (c) Immobile and (d) Mobile dislocation densities from the most active slip system 
(010)[001] (normalized by the initial value) for periodic void distribution and RDX absorption 
coefficient α	
  = 100 cm-1 at a time of 0.488 µs. 
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This is in contrast to the cases with a random void distribution, where plastic shear 

strain occurred with comparable magnitudes at many locations within the model.  The 

difference can be largely attributed to the void distribution and spacing.  In cases with a 

random void distribution, the greatest plasticity developed in areas where two or more voids 

were spaced closely together or where a void was positioned close to the binder (Figure 

4.3(b), Figure 4.6(b)).  With periodic void spacing, the voids are evenly spaced close to the 

center of the RDX crystals, and the interaction between voids that facilitates the additional 

dislocation activity and shear slip does not occur.  The large amount of plasticity that 

develops around the voids in the lower corner grains for this periodic distribution is most 

likely a result of higher compressive stresses produced in these grains from the fixed 

boundary condition applied to the lower surface of the model. 

Consequently, for the periodic void distribution and intermediate absorption 

coefficient α = 100 cm-1, there is no shear slip present within the laser heated area and thus 

interactions between plastic shear and laser heat absorption do not contribute to hot spot 

generation.  In this case, the hot spot forms in the top-center RDX crystal immediately 

adjacent to the binder, which is at a higher temperature than the neighboring RDX grains due 

to its higher absorption coefficient (αbinder = 361 cm-1).  The combination of laser energy 

absorbed by the RDX with the additional heat conduction from the higher temperature binder 

caused the decomposition and unbounded temperature to occur in this area. At wavelengths 

where the absorption coefficient of RDX is higher than that of the binder, however, this 

mechanism will not occur and surface heating of the RDX will be dominant.  It is significant 

that this mechanism results specifically from the differences in electromagnetic absorption 
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properties between the RDX and the binder, and that such interfaces are particularly 

susceptible to laser-induced hot spot formation.  

4.2.5 Comparison of Hot Spot Generation Mechanisms 

Figure 4.12 shows the normalized temperature-time history for the region where a hot 

spot develops for each of the four cases discussed previously.  It can be seen that the material 

absorption coefficient and the void configuration greatly affect both the spatial location and 

the time that the temperature becomes unbounded and subsequently a hot spot forms.   

Figure 4.12:  Temperature-time history normalized by the initial temperature for locations 
where a hot spot develops. 
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For the case with low absorption coefficient (α = 10 cm-1) and random void 

distribution, the hot spot occurs within the bulk of the material in the region with highest 

plastic shear strain between a void and the binder.  In this case, the initial temperature 

increase due to the laser energy absorption is negligible, but once local plastic deformation 

begins at 0.500 µs, the temperature increases quickly due to plastic work heating and 

becomes unbounded at 0.635 µs.   

With the intermediate absorption coefficient (α = 100 cm-1) and random voids, the hot 

spot forms at the top surface of the uppermost void in a region that absorbed a significant 

amount of laser energy but also had a large amount of plastic shear strain present which 

contributed additional heat due to plastic work dissipation.  The initial linear portion of the 

temperature increase is due to the laser heat generation, but once the material in this area 

begins to slip plastically, the temperature increases at a slightly faster rate.  This behavior 

continues until the thermal decomposition reaction begins which causes the temperature to 

become unbounded and a hot spot forms at 0.420 µs.  The high absorption coefficient (α = 

1,000 cm-1) with random void distribution case develops a hot spot in the RDX top surface 

under the laser beam center that experiences a high laser-induced heating rate.  The 

temperature in this region becomes unbounded at 0.103 µs as the additional heat generation 

from thermal decomposition accumulates.  At such high RDX absorption coefficient values, 

it is clear that this mechanism of surface hot-spot generation will occur much faster than the 

mechanisms observed at lower values of absorption coefficient. 

 Lastly, the case with intermediate absorption coefficient (α = 100 cm-1) and periodic 

voids develops a hot spot in the top-center RDX crystal immediately adjacent to the binder 



 

51 

material.  The temperature in this region increases linearly at a rate comparable to the case 

with the intermediate absorption coefficient (α = 100 cm-1) and random voids, largely 

because the hot spots in both these cases form at a similar depth from the material top surface 

under the same absorption conditions. However, their lateral locations are not the same, and a 

different mechanism is responsible for the hot spot formation in each case.  In the case of 

periodic voids, the location with unbounded temperature does not undergo any plastic 

deformation, so its temperature increase remains linear until thermal decomposition begins, 

resulting in an unbounded temperature at 0.492 µs.  However, in the case with intermediate 

absorption and random voids, the location with unbounded temperature shows highly 

nonlinear temperature increases after approximately 0.100 µs due to plastic deformation and 

the temperature becomes unbounded after a shorter time of 0.420 µs.  Comparing these two 

cases, it can be seen that plastic deformation, which occurs in an area of significant laser 

heating, is an additional heat source that accelerates the hot-spot formation process.   

4.3 Summary 

The behavior of RDX-PCTFE energetic aggregates due to dynamic pressure loading 

conditions combined with the simultaneous exposure to incident laser energy has been 

investigated using a dislocation-density based crystalline plasticity specialized finite-element 

formulation that accounts for heat conduction, adiabatic heating, thermal decomposition, and 

laser heating.  Four different hot spot generation mechanisms have been identified under 

these conditions, which are affected by the material electromagnetic absorption properties as 

well as the presence and spacing of voids within the aggregate. 
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 For a low RDX absorption coefficient of α = 10 cm-1 and a random void distribution, 

only a portion of the incident laser energy was absorbed within the modeled domain, which 

resulted in a small laser-induced temperature increase throughout the entire depth.  The 

binder material had a large temperature increase at the top surface due to its higher 

absorption coefficient value of α = 361 cm-1.  Plastic shear strain and dislocation densities 

accumulated in localized areas between two or more voids and also at interfaces between 

voids and the binder.  These areas with high plastic shear strain had an additional temperature 

increase due to dissipative heating from plastic work.  Thermal decomposition occurred at 

the location of highest plastic shear strain, which was located within the bulk material 

between a void and the binder, and quickly resulted in an unbounded temperature increase at 

0.635 µs, which is indicative of hot spot nucleation.  Since the laser-induced temperature 

increase in this region was low, it can be concluded that the laser did not contribute 

significantly to hot spot formation in this case, and the dominant mechanism responsible for 

hot spot generation was heating due to plastic shear strain localization.  

 For the intermediate RDX absorption coefficient of α = 100 cm-1 with a random void 

distribution, most of the laser energy was absorbed within a 0.1 mm depth below the model 

top surface, resulting in a significant temperature increase in the RDX crystals within this 

region.  Plastic shear strain and dislocation activity accumulated in localized areas near the 

voids.  In this case, a hot spot occurred at the edge of the uppermost void due to the 

combined effects of plastic work heating, laser-induced heating, and thermal decomposition 

at a time of 0.420 µs. 
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 The high RDX absorption coefficient of α = 1,000 cm-1 with a random void 

distribution had a fast laser-induced heating rate at the model top surface, since all the laser 

energy was absorbed within a depth of several micrometers.  A hot spot occurred in the 

model top surface at 0.103 µs, at which time the stress wave had only traversed about half of 

the model and no significant plasticity had occurred.  This indicates that the surface hot spot 

was generated solely by the laser-induced heating and thermal decomposition mechanisms. 

 For the intermediate RDX absorption coefficient of α = 100 cm-1 with a periodic void 

distribution, the laser-induced temperature increase was very similar to that seen for the 

intermediate RDX absorption with random voids, but the plastic shear strain and subsequent 

heat generation from plastic work occurred in different locations due to the lack of void 

interactions with other voids and the binder.  A hot spot developed in the top-center RDX 

crystal immediately adjacent to the binder after 0.492 µs in a region with no plastic shear 

strain accumulation.  In this case, laser induced heat generation within the RDX crystals 

combined with heat conduction from the binder resulted in temperature increases necessary 

for thermal decomposition and hot spot formation. 

 The material electromagnetic absorption properties and the void distribution 

significantly affect the time and location of hot spot formation within energetic crystalline 

aggregates subjected to incident laser energy and compressive pressure loads. In general, as 

the absorption coefficient increases, the laser-induced heating rate will increase in the grains 

close to the material surface and hot spots will develop more quickly in these regions, while 

at low absorption coefficients, more material is subjected to laser-induced heating at a slower 

rate.  Additionally, it is shown that heat generation from plastic work can also facilitate hot 
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spot formation, and in regions where plastic shear accumulation and laser heating occur 

simultaneously this process is accelerated.  This indicates that under certain incident laser 

and pressure loads, energetic material aggregates are susceptible to several different hot spot 

formation mechanisms, and the response is governed by the coupled effects of material 

electromagnetic absorption properties and microstructural features. 
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CHAPTER 5:  Coupled Infrared Laser-Thermo-Mechanical Response of 
RDX-PCTFE Energetic Aggregates 

5.1 Introduction 

The response of materials to incident electromagnetic (EM) fields is of interest in a 

variety of applications, including laser processing of materials, electromagnetic metal 

forming, and for the electromagnetic shielding of sensitive components.  Hot spot formation, 

and potential deflagration and/or detonations present safety hazards present during laser 

irradiation of energetic materials.  A fundamental understanding of energetic aggregates 

under such conditions is, therefore, necessary to accurately predict their response for coupled 

laser-thermo-mechanical loading conditions and applications. 

We use the computational approach presented in Section 3.1 to investigate the 

response of RDX-PCTFE energetic aggregates to laser irradiation at wavelengths where 

RDX has low absorption and a large volume of material is subjected to EM waves and high 

mechanical strain-rates.  Different laser intensities and aggregate microstructures were 

investigated to understand hot spot formation in energetic aggregates. 

5.2 Results 

The energetic aggregate was represented by a 1 mm x 1 mm model consisting of 

RDX crystals (volume fraction 87.2%) distributed within a PCTFE polymer binder with a 

volume fraction of 10%.  A 2.8% volume fraction of voids is also randomly distributed, 

which is consistent with porosities associated with these energetic materials [22,53].  The 

RDX crystals have an average size of 200 µm, and their randomized morphology was 

generated using a Voronoi tessellation algorithm.  GBs had random misorientations between 



 

56 

-15° and +15°.  The RDX crystals are modeled with the three slip systems of (010) [001], 

(021) [100], (021) [100] as observed by Gallagher et al. [10], and their material properties are 

obtained based on Armstrong [9], Clayton et al. [60], and Annapragada et al. [15], as shown 

in Table 5.1.  The specific heat capacity of both RDX and the binder material are estimated 

to be equivalent based on measurements for RDX-PCTFE aggregates by Baytos [55]. 

 

Table 5.1:  Mechanical, Thermal, and Electrical Properties of RDX and PCTFE Binder 

 RDX Reference PCTFE  Reference 

Density ( !"
!!) 1820  Armstrong [9] 2158 Brown [17]  

Yield Stress (MPa) 300 Clayton et al.  [60]  -- -- 

Elastic Modulus (GPa) 18.4 Armstrong [9] 3.66 Brown [17]  

Poisson Ratio 0.22 Annapragada et al. 
[15] 

0.39 Brown [17]  

Rate Sensitivity 
Parameter 

0.01* -- -- -- 

Thermal Softening 
Exponent 

0.1 -- -- -- 

Initial Mobile Dislocation 
Density (m-2) 

1x1010* -- -- -- 

Initial Immobile 
Dislocation Density (m-2) 

1x1012* -- -- -- 

Thermal Conductivity 
( !
!  !

) 
0.29 Annapragada et al. 

[15] 
0.142 Kline et al.  

[54]  

Specific Heat (cp) (
!

!"  !
) 1260 Baytos [55] 1260 Baytos [55]  

Refractive Index Real 
Component n 

1.5 Isbell et al. [57] 1.7 Isbell et al. 
[57] 

Refractive Index 
Imaginary Component k 

0.000834 Isbell et al. [57] 0.030400 Isbell et al. 
[57] 

*Properties assumed based on other crystalline materials due to lack of experimental data for RDX 
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The polymer binder is randomly dispersed between the RDX crystals and is modeled 

with mechanical properties measured by Brown [17] and thermal conductivity measured by 

Kline et al. [54] (Table 5.1).  It is assumed that the binder material will be in an elastic 

rubbery stage for the dynamic loading conditions used in this investigation, since its glass 

transition temperature is approximately 50° C, and the temperatures here due to the EM and 

adiabatic heating would be lower than this glassy temperature [17].  Thus, it is modeled as a 

hypo-elastic material based on the first term of Equation (2.6). 

Figure 5.1 shows the boundary conditions and applied loads for the thermo-

mechanical and EM domain as well as the quantities that are transferred between the 

domains.  Two-dimensional plane strain conditions were used in the thermo-mechanical 

domain and a displacement boundary condition was applied to the top surface for a constant 

strain rate of 104 s-1.  

The EM domain is modeled with the same microstructure, and the laser energy was 

applied to the top surface as a Gaussian beam with the electric field (𝐸) polarized in the out-

of-plane direction as  

𝐸 = !!!
!!!
𝑒𝑥𝑝 − (!!!!)!

!!
𝑧.   (5.1)  

This relation specifies the electric field distribution as a function of local x-coordinate (x), 

beam center (xc), beam radius (r), electric field intensity at the beam center (I0), and the 

constants for light speed (c) and permittivity (ε0) in vacuum.  The incident beam was 

centered at the location (0.5, 1.0) mm with a radius of 0.2 mm.  It was specified to propagate 

in the y-direction, perpendicular to the plane of incidence (x-z plane) and the polarization 

direction (𝑧). 
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Figure 5.1:  The RDX-PCTFE aggregate with boundary conditions and loading conditions 
applied in the thermo-mechanical domain (left) and EM domain (right).  Quantities transferred 
between the domains are also shown. 

Two different peak intensities (I0) of 1x105 W/cm2 and 1x106 W/cm2 were 

investigated to study the material response to lower and higher intensity irradiation.  

Perfectly matched layers were applied on both sides and the lower surface of the model to 

prevent artificial reflections of the propagating EM wave from these boundaries.  We 

assumed a laser wavelength of 10.2 µm, which can be generated by an infrared CO2 laser and 

is only weakly absorbed in RDX.  The assumed electrical properties of RDX and binder 

materials at this wavelength are shown in Table 1, based on measurements by Isbell and 

Brewster [57].  Electrical properties of the voids are set equal to those of air (n = 1, k = 0). 
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5.2.1 Low-intensity (I0 = 1x105 W/cm2) laser-induced heat generation in various 
microstructures 

The initial electric field magnitude calculated before any deformation has occurred is 

shown for different microstructural domains (Figure 5.2).  For pure RDX containing no 

binder or defects (Figure 5.2(a)), the EM waves from the laser propagated homogenously 

within the material, and the resulting electric field retained its original Gaussian distribution 

in the x-direction.  The magnitude of the electric field also decayed smoothly in the direction 

of propagation (y-direction), since the material had absorbed some of the laser energy at 

depths below the top surface.   

Figure 5.2:  Electric field magnitude (V/m) obtained from EM finite element solution for 
various energetic aggregate microstructures before deformation.  Arrows indicate the location 
with maximum electric field in each case.  (a) Pure RDX, (b) RDX/Binder with no voids, (c) 
RDX/Binder with 3 % random porosity, (d) RDX/Binder with 3 % periodic porosity. 
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With the addition of binder between the RDX grains (Figure 5.2(b)), this homogenous 

distribution of the electric field was disrupted, particularly in the lower half of the model.  

This is due to the presence of the polymer binder, which has different electrical properties 

than the RDX crystals.  The mismatch in electrical properties caused internal reflections and 

refractions at the interfaces between the binder and the RDX crystals, which changed the 

magnitude and direction of the propagating wave.  With the presence of voids, such internal 

reflections and scattering of the electric field were even more pronounced, since there were 

three electrically different material surfaces (Figure 5.2(c-d)). The internal reflections also 

resulted in localized regions where there were high electric fields.  These electric field 

concentrations occurred near the voids, and it can be seen that their locations were different 

for cases with random void distribution (Figure 5.2(c)) and periodic void distribution (Figure 

5.2(d)).  

Figure 5.3:  Maximum electric field value (MV/m) for the different energetic microstructures. 
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Figure 5.3 shows a bar chart comparison of the peak electric field value for each 

different microstructure, which occurred at the locations indicated by arrows in Figure 5.2.  It 

can be clearly seen from Figure 5.2 and Figure 5.3 that the heterogeneous microstructure of 

energetic materials with the polymer binder and defects resulted in a localized electric field 

magnitude up to 1.8 times greater than the incident field.  Both the location and magnitude of 

these concentrated electric field sites were significantly affected by the microstructural 

morphology, the orientation of the binder with respect to the propagating EM wave, the size 

and distribution of voids, and the proximity of voids to the grain edges and binder material.  

Figure 5.4:  Volumetric laser heat generation rate (W/m3) obtained from EM finite element 
solution for various energetic aggregate microstructures before deformation.  Arrows indicate 
localized areas with high laser heat generation.   (a) Pure RDX, (b) RDX/Binder with no 
porosity, (c) RDX/Binder with 3 % random porosity, (d) RDX/Binder with 3 % periodic 
porosity. 
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The laser-generated heating rate for the various microstructures before any 

deformation has occurred is shown in Figure 5.4.  This heating rate is directly proportional to 

both the electric field intensity and the imaginary part of the material refractive index, which 

controls how much EM energy the material absorbs (Equations (2.26 – 2.28)).  In pure RDX, 

the laser heat generation occurred as a homogenous function of depth from the top surface 

and distance from the center of the incident Gaussian beam (Figure 5.4(a)).  When the binder 

was present, however, higher heat generation rates were present within the binder material 

due to its higher absorption.  High absorption in the binder material can reduce the electric 

field magnitude as the wave propagates into the material, effectively acting to shield the 

RDX crystals further within the material from much laser heating.  However, some localized 

areas with very high heating rates developed in the binder (Figure 5.4(c-d)) at locations 

corresponding to the electric field concentrations shown in Figure 5.2. 

5.2.2 Low-intensity (I0 = 1x105 W/cm2) coupled electromagnetic-thermo-mechanical 
response 

The fully coupled EM-thermo-mechanical response of the RDX/binder aggregate 

with a random void distribution is shown in Figure 5.5 compressed to a nominal strain of 

8.4% at a strain rate of 104 s-1 and with a laser intensity of 1x105 W/cm2.  The normal stress 

was largely compressive, but the voids caused large stress gradients within the material and 

the formation of some tensile stresses localized at their peripheries (Figure 5.5(a)).  This non-

uniform stress distribution resulted from inelastic wave reflections that occurred at the 

peripheries of the voids, the RDX crystal-binder interfaces, and the GB misorientations.  

Plastic shear strain accumulated in localized regions near the voids and crystal-binder 
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interfaces (Figure 5.5(b)) where high dislocation densities built up on the dominant slip 

system (010) [001] (Figure 5.5(c-d)).  This behavior is consistent with previous studies of 

similar materials where it has been shown that voids can act as initiation sites for dislocation 

activity and localized plasticity [59]. 

Figure 5.5:  Mechanical response of RDX/binder aggregate with random void distribution 
compressed to 8.4 % nominal strain with incident laser intensity of I0 = 1x105 cm-1. (a) Normal 
stress (normalized by static yield stress), (b) Accumulated plastic shear strain, (c) Immobile and 
(d) Mobile dislocation densities from the most active slip system normalized by the initial 
dislocation density. 

The total normalized temperature build up within the aggregate is shown in Figure 5.6(a).  

This predicted temperature distribution was normalized by the initial temperature of 293 K, 

and it includes the effects of laser heating, thermal decomposition, heating due to plastic 
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work, and thermal conduction.   Most of the material temperatures increased to less than 1.1 

times the initial temperature, but there were some regions with significant temperature 

increases around the voids.  In the upper half of the model, the binder had temperatures 

between 1.2 and 1.6 times the initial temperature and the RDX material adjacent to these 

areas also had temperature increase due to conduction.   

Figure 5.6:  Temperature components normalized by the initial temperature of 293 K for 
RDX/binder aggregate with random void distribution compressed to 8.4 % nominal strain with 
incident laser intensity of I0 = 1x105 cm-1.  (a) Total temperature increase including effects from 
conduction, laser heating, decomposition, and plastic work heating.  Areas with unbounded 
temperature increase are highlighted by arrows. (b) Temperature increase due to thermal 
decomposition of RDX, (c) Laser-induced temperature increase, (d) Plastic work induced 
temperature increase. 
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Temperatures in the two regions highlighted by arrows reached a relatively high value 

up to 1.8 times the initial temperature, and the temperature continued to increase at an 

unbounded rate after times of 6.67 µs (Region 1) and 7.96 µs (Region 2).  Such unbounded 

temperature rise has been shown to result in hot-spot formation as noted by LaBarbera and 

Zikry [59].  This is based on the widely accepted mechanism that hot spots form in energetic 

materials when heat generation in a localized area occurs faster than heat can be dissipated to 

the surrounding material [27,58].  This runaway temperature build up is accompanied by 

thermal decomposition of the energetic crystal, which generates heat at an Arrhenius 

exponential rate as a function of local temperatures (Equation 2.30). Figure 5.6(b) shows the 

temperature increase due to thermal decomposition, which occurred mainly in the two 

locations with unbounded temperature, and it was mostly negligible throughout the rest of the 

domain. 

The temperature increase due to laser heating occurred primarily in the upper half of 

the model (Figure 5.6(c)) and it was most dominant in the binder.  This is due to the higher 

laser heat generation rate observed in the binder (Figure 5.4) as this material absorbed much 

more of the laser energy than the RDX crystals at the wavelengths considered in this study.  

Temperature increases due to plastic work (Figure 5.6(d)) occurred in areas that also had 

significant shear slip accumulation and dislocation activity (Figure 5.5(b-d)).   

It is clear that heating from plastic work is the primary mechanism that contributed to 

the high temperature increases around the voids, including both locations with unbounded 

temperature increase (Figure 5.6(a-d)). The hot spot produced at Region 1 formed after 6.67 

µs.  The primary temperature increase in this area was due to plastic work and 
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decomposition, but a small temperature rise due to laser heating was also present.  The 

second hot spot formed in Region 2 after a longer time of 7.96 µs in an area where laser 

heating was insignificant and the only contributions to the temperature increase were plastic 

work and thermal decomposition mechanisms.  Hence, we see that hot spot formation can be 

accelerated in areas where additional heat generated by laser energy absorption couples with 

heat generated by high strain rate thermo-mechanical loadings and thermal decomposition 

mechanisms.   

5.2.3  High-intensity (I0 = 1x106 W/cm2) coupled electromagnetic-thermo-mechanical 
response 

Figure 5.7 shows the coupled EM-thermo-mechanical response of the 

RDX/binder/random voids energetic aggregate compressed to a nominal strain of 8.4% at a 

strain rate of 104 s-1 with laser radiation at the higher intensity of 1x106 W/cm2.  The stress 

state throughout the material was primarily compressive, excluding some regions of tensile 

stress around the peripheries of the voids (Figure 5.7(a)).  These tensile regions occurred due 

to inelastic wave reflections as before, but both their magnitude and quantity were somewhat 

higher compared to the case with lower laser intensity.  Similarly, the accumulated shear 

strain (Figure 5.7(b)) and both immobile (Figure 5.7(c)) and mobile (Figure 5.7(d)) 

dislocation density activity were concentrated in the same general areas as for the lower laser 

intensity.  However, a comparison between the two cases shows more widespread dislocation 

density activity propagating further outward from the void edges and into the RDX grains for 

the higher intensity case.  This indicates that the higher laser intensity resulted in more 

favorable conditions for slip and inelastic deformation within the material. 
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Figure 5.7:  Mechanical response of RDX/binder aggregate with random void distribution 
compressed to 8.4 % nominal strain with incident laser intensity of I0 = 1x106 cm-1. (a) Normal 
stress (normalized by static yield stress), (b) Accumulated plastic shear strain, (c) Immobile and 
(d) Mobile dislocation densities from the most active slip system normalized by the initial 
dislocation density. 

The total normalized temperature is shown in Figure 5.8(a).  High temperatures of 1.8 

times the initial temperature occurred along the interfaces between the binder and the RDX 

crystals within the upper half of the model.  Additional moderate temperature rises between 

1.2 and 1.5 times the initial temperature were localized in areas of high shear slip near the 

voids.    

In this case with higher laser intensity, several hot spots with unbounded temperatures 

occurred, mostly in the regions along the binder interface (Region 1) after 2.83 µs and also in 
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the same location seen in the lower intensity case (Region 2) after 7.96 µs.  High 

decomposition temperatures also occurred in multiple locations (Figure 5.8(b)), indicating 

that hot spots formed and propagated outward from the binder-interface region into the bulk 

RDX crystals. 

Figure 5.8:  Temperature components normalized by the initial temperature of 293 K for 
RDX/binder aggregate with random void distribution compressed to 8.4 % nominal strain with 
incident laser intensity of I0 = 1x106 cm-1.  (a) Total temperature increase including effects from 
conduction, laser heating, decomposition, and plastic work heating.  Areas with unbounded 
temperature increase are highlighted by arrows. (b) Temperature increase due to thermal 
decomposition of RDX, (c) Laser-induced temperature increase, (d) Plastic work induced 
temperature increase. 
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As with the low intensity case, high laser-induced temperature increase occurred in 

the binder with relatively smaller temperature increases in the RDX crystals (Figure 5.8(c)).  

However, the higher intensity laser resulted in a faster heat generation rate (Equations (2.26 – 

2.28)) that led to higher temperature accumulation than the low intensity case, especially in 

the grains closest to the top surface.  The spatial variations in laser heat generation rate 

(Figure 5.4) due to the scattered electric field (Figure 5.2) also led to more significant 

variations in the temperature field when the higher laser intensity was applied.  The 

temperature increases due to plastic work heating were localized in regions of high shear slip 

around the voids and had magnitudes ranging between 1.1 and 1.5 times the initial 

temperature (Figure 5.8(d)).  This is less than the laser-induced temperature increases, 

indicating that for the higher intensity case, the laser heat generation occurred on a faster 

timescale than heat generated due to plasticity at this strain rate.  Additionally, most of the 

decomposition temperature accumulation and hot spot formation occurred as heat conducted 

from the binder into the neighbor RDX crystals, which indicates that hot spot formation was 

dominated by the laser heating. 

Further insight into the hot spot generation mechanisms can be gained from snapshots 

of total temperature evolution at several different times, as shown in Figure 5.9.  The initial 

temperature increase initiated in the binder (Figure 5.9(a)), and then propagated into the 

adjacent RDX crystals over time as heat conducted into these areas from the higher 

temperature binder (Figure 5.9(b)).  Hot spots initially formed at regions adjacent to the 

binder (Figure 5.9(c)), and subsequently coalesced into large regions with unbounded 

temperature increases along the crystal-binder interfaces (Figure 5.9(d)).   
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Figure 5.9:  Total temperature evolution over time with laser intensity of I0 = 1x106 cm-1 at 
times of (a) 1 µs, (b) 3 µs, (c) 5 µs, and (d) 7 µs.  All temperatures are normalized by the initial 
temperature of 293 K. 

The sites of initial hot spot formation in Figure 5.9(c) corresponded to the locations 

with highly concentrated electric field magnitudes (Figure 5.2(c)) and high laser heat 

generation rates in the binder (Figure 5.4(c)).  Hence, the effects of laser wave propagation 

through the heterogeneous microstructure can significantly affect the locations of hot spot 

formation under wavelengths with low RDX absorption.  This behavior is consistent with 

experimental observations by Chen et al. [31,32], where single RDX crystals were irradiated 

at wavelengths with low RDX absorption and temperatures increased in localized areas near 

crystal facets or internal defects.  Thus, it is critical that the material’s coupled EM-thermo-
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mechanical response is considered to accurately predict hot spot formation when laser energy 

penetrates far enough to interact with the heterogeneous microstructure. 

5.2.4 Hot Spot Generation Mechanisms 

A comparison of the temperature-time history from the region that first developed 

unbounded temperature for both low and high intensity cases is shown in Figure 5.10.  A 

case without the laser (strain rate load only) is also included for comparison.   

Figure 5.10:  Temperature-time history for locations where the first hot spot developed.  All 
temperatures are normalized by the initial temperature of 293 K. 

For the case without the laser, hot spot formation was governed solely by heat 

generation due to plastic work.  The sharp increase in temperature seen at approximately 6 µs 

is associated with rapid slip that occurred as the circled region between the void and binder 

began to collapse, followed by additional heating at a nonlinear rate as the material continued 
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to deform.  Once heat generated by the thermal decomposition reaction became significant, 

the temperature rise quickly became unbounded, and a hot spot developed at 7.96 µs. 

With the addition of the lower laser intensity of 1x105 W/cm2, hot spot formation was 

slightly accelerated and occurred at different random locations.  The slight temperature 

increase due to laser heating can be seen between 4 - 5.5 µs, followed by the nonlinear 

temperature increases associated with plastic work heating.  The unbounded temperature 

increases associated with thermal decomposition and hot spot formation began at 6.67 µs.  

For the higher laser intensity of 1x106 W/cm2, the laser-induced heating mechanisms 

occurred at a much faster rate, and the initial hot spot formed by thermal conduction from the 

binder into neighboring RDX crystals.  This is clearly seen from Figure 5.10, as the initial 

temperature increase next to the binder is linear, and became unbounded with the onset of 

thermal decomposition at 2.83 µs.  

From this comparison, the effect of laser intensity on the rate of temperature increase 

within the material and subsequent hot spot formation is evident.  For a given wavelength 

and material microstructure, a higher intensity laser irradiation will cause the material to heat 

more quickly.  Furthermore, the proximity of the rates of heat generation due to plastic work 

and laser heating will determine whether one of these mechanisms dominates hot spot 

formation.  For the current study, at the lower intensity of 1x105 W/cm2, plastic work heating 

occurred at a faster rate than laser-induced heating.  The subsequent hot spot formation was 

largely governed by locations with high plastic deformation and laser heating played a 

relatively small role.  For the case with higher intensity of 1x106 W/cm2, the laser heating 
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occurred at a much faster rate than plastic work heating, and the EM wave propagation and 

absorption of laser energy governed the location that hot spots formed. 

5.3 Summary 

A new computational approach that couples high frequency EM wave propagation, 

heat generation and transfer, and thermo-mechanical response of materials was developed 

and used to study the response of RDX-PCTFE energetic aggregates to laser irradiation and 

high strain rate mechanical loads.  The laser heating distribution is obtained from a finite 

element solution of Maxwell’s equations and then mapped to the thermo-mechanical domain, 

where it is coupled with thermal decomposition, adiabatic heating, and mechanical 

dislocation-density crystalline plasticity deformation and stresses.   

The heterogeneous microstructure of energetic aggregates that includes crystalline 

grains, binder, and voids, resulted in internal reflections and scattering of the EM wave due 

to the differences in electrical properties of these components.  This effect was particularly 

notable for microstructures with voids, and often resulted in localized areas with a 

concentrated electric field magnitude up to 1.8 times greater than the applied field.  For the 

wavelengths considered in this study, laser heat generation occurred mainly in the binder and 

was particularly high in areas where EM wave reflections caused locally concentrated 

electric fields.  Additionally, the heterogeneous microstructure and unique slip systems of 

RDX resulted in non-uniform stress states and localized areas of dislocation density activity, 

accumulated plastic shear strain, and adiabatic plastic work heating around the voids.   

Two case studies of the fully coupled response of RDX-PCTFE energetic aggregates 

at a high strain rate load of 104 s-1 and two different laser intensities were considered.  For the 
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case with lower laser intensity of 1x105 W/cm2, mechanical plastic work heating and thermal 

decomposition were the primary sources of hot spot generation.  However, hot spot 

formation was accelerated when plasticity occurred in a location where laser heat generation 

was also present.  At the higher laser intensity of 1x106 W/cm2, laser heating in the binder 

occurred at a much faster rate than inelastic slip in the RDX crystals.  Consequently, hot 

spots formed as heat conducted from the higher temperature binder into the neighboring 

RDX crystals, and this triggered the thermal decomposition reaction.  In this case, hot spots 

formed at sites with high electric field localization and propagated along the crystal-binder 

interfaces.    

The specific mechanisms that contribute to hot spot formation in heterogeneous 

energetic aggregates under laser and high strain rate loads are strongly dependent on the 

incident laser parameters, microstructure morphology, and the EM and mechanical properties 

of the material constituents.  The rate of laser heating is controlled by both the material 

absorption properties and the laser intensity, while the rate at which plasticity develops and 

generates heat is controlled by the strain rate, microstructure, and mechanical properties.  

Hence, a fully coupled modeling approach is necessary to understand the interrelated effects 

of EM wave propagation, laser energy absorption, thermo-mechanical behavior, and the 

microstructural mechanisms that affect failure in heterogeneous energetic aggregates under 

incident laser irradiation.   
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CHAPTER 6:  The Effect of Microstructure on the Coupled EM-Thermo-
Mechanical Response of RDX-Estane Aggregates to Infrared Laser 

Radiation 

6.1 Introduction 

Complex microstructure features present in energetic aggregates, such as crystal-

binder interfaces, crystal morphology, polymer binder volume fraction, voids, grain 

boundaries, and dislocation densities strongly affect EM wave propagation and the coupled 

thermo-mechanical behavior under laser irradiation.  Additionally, many energetic 

aggregates contain estane as the polymer binder, which will be above its glass transition 

temperature during laser-induced heating and exhibit viscoelastic behavior. 

The coupled electromagnetic-thermo-mechanical response of RDX-estane energetic 

aggregates under laser irradiation and high strain rate loads has been investigated for various 

aggregate sizes and binder volume fractions to understand the complex interactions between 

EM waves, mechanical behavior and aggregate microstructure. 

6.2 Results 

The energetic aggregate was represented by a 1 mm x 1 mm model consisting of 

RDX crystals distributed within an estane polymer binder.  Both 16-grain and 49-grain 

aggregates were considered to study the effects of grain size and aggregate size.  Two binder 

volume fractions of 10% and 30% were used.  The average grain size was 210 – 230 µm for 

the 16-grain aggregates and 120 – 135 µm for the 49-grain aggregates.  Grain morphologies 

were generated using a Voronoi tessellation algorithm, and the crystals were given randomly 

generated orientations varying between 30° and 60° from the reference axes such that grain 

boundaries had angular misorientations of up to 30°.  Furthermore, since voids are known to 
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be present in energetic materials, randomly distributed voids comprised approximately 2.8% 

volume fraction of the aggregates [22,53].   

The RDX crystals were assumed to have the three independent slip systems of (010) 

[001], (021) [100], (021) [100] based on Gallagher et al. [10], and their mechanical, thermal, 

and electrical properties are shown in Table 6.1.  The estane binder was randomly dispersed 

between the RDX crystals and was modeled as a viscoelastic material with properties for 

each Maxwell element from the experimental data of Mas et al. [46].  Additional thermal and 

electrical properties are shown in Table 6.1.  

 

Table 6.1:  Mechanical, Thermal, and Electrical Properties of RDX Crystals and Estane Binder 

 RDX estane 

Density ( !"
!!) 1820 [9] 1190 [46] 

Yield Stress (MPa) 300 [60] -- 
Elastic Modulus (GPa) 18.4 [9] -- 

Poisson’s Ratio 0.22 [15] 0.499 [14] 

Thermal Conductivity ( !
!  !

) 0.29 [15] 0.14 [61] 

Specific Heat (cp) (
!

!"  !
) 1260 [15] 1500 [14] 

Refractive Index Real 
Component n 

1.5* [57] 1.7* [62,63] 

Refractive Index Imaginary 
Component k 

0.000834* 
[32,57] 

0.030400* 
[32] 

*Values estimated at wavelength of 10.3 µm 
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The thermo-mechanical domain was modeled using symmetry boundary conditions 

for plane strain loading (Figure 6.1).  To approximate the mechanical loading that can 

accompany high intensity laser irradiation, a displacement boundary condition was applied to 

the top surface for a compressive strain rate of 103 s-1.     

Figure 6.1:  The RDX-estane aggregate with boundary conditions and loading conditions 
applied in the thermo-mechanical domain (left) and electromagnetic domain (right).  Quantities 
transferred between the domains are also shown. 

The EM domain was modeled with the same microstructure (Figure 6.1), and the 

laser energy was applied to the top surface as a Gaussian beam with the electric field (𝐸) 

polarized in the out-of-plane direction (𝑧) as  

𝐸 = 𝐸!𝑒𝑥𝑝 − (!!!!)!

!!
𝑧.                                 (6.1)  

Equation 6.1 specifies the applied electric field distribution as a function of local x-

coordinate (x), beam center (xc), beam radius (r), and electric field magnitude at the beam 

center (E0).  The applied beam was centered at xc = 0.5 mm with a radius of 0.5 mm and 
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intensity of 2.8x105 W/cm2, corresponding to an applied electric field magnitude of E0 = 1.45 

MV/m.  It was specified to propagate in the y-direction, perpendicular to the plane of 

incidence (x-z plane) and the polarization direction (𝑧). 

Perfectly matched layers were applied on both sides and the lower surface of the EM 

domain to prevent artificial reflections of the propagating EM wave from these boundaries.  

We assumed a laser wavelength of 10.3 µm, which is only weakly absorbed in both RDX and 

estane.  The assumed electrical properties of RDX and estane are shown in Table 6.1.  

Electrical properties of the voids were set equal to those of air with n = 1 and k = 0. 

6.2.1 Aggregate with 16 grains and 10% volume fraction binder 

Figure 6.2(a) shows the magnitude of the electric field vector, normalized by the 

maximum applied electric field value, E0, for a nominal strain rate of 103 s-1, and after a time 

of 10 µs.  The corresponding volumetric laser heat generation rate is shown in Figure 6.2(b).  

At this time, the material was compressed to a nominal strain of 10%, and several crystals 

began to protrude from the free surface.   

Most of the aggregate had electric field magnitudes ranging from 1 to 0.4 times the 

applied electric field, with the exception of a few regions with magnitudes less than 0.2 in the 

lower left corner and the right side (Figure 6.2(a)).  This resulted as the EM wave was 

diverted from an area due to the sliding of the binder. Within approximately 0.2 mm from the 

top surface, the electric field was concentrated in the binder ligaments with values ranging 

from 1.4 – 2 times the applied field.  Very localized areas within the upper RDX grains also 

had electric field magnitudes greater than the applied field. 
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Figure 6.2:  Electric field magnitude (normalized by the applied electric field E0) and laser heat 
generation rate for 16-grain 10 % binder aggregate after 10 µs.  (a) Normalized electric field, 
(b) Volumetric laser heat generation rate, (c) Normalized electric field magnitude as a function 
of depth below the top surface at x = 0.5 mm, (d) Volumetric laser heat generation rate as a 
function of depth below the top surface at x = 0.5 mm. 

This non-uniform electric field distribution resulted as the mismatch of electrical 

refractive index between the different material constituents caused a portion of the EM wave 

to reflect at each interface and also changed its direction.  Since the microstructural features 

of grain morphology, binder ligaments, and voids, are generally of equal size or larger than 

the infrared wavelength investigated (10.3 µm), these reflections depended on the interface 

geometry, refractive index mismatch between the materials, and angle of incidence between 

the EM wave and the interface through the laws of geometric optics.  Energetic aggregates 
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contain numerous interfaces between the RDX crystals, polymer binder, and voids, which 

contributed to the scattering and localization patterns seen in Figure 6.2(a).  Similar EM 

scattering has been observed experimentally in PBX simulant aggregates exposed to THz 

radiation and was affected by the grain size and shape as well as the EM frequency [33]. 

The laser heat generation rate generally followed the same spatial distribution as the 

electric field, and the highest values occurred in the central grains and binder ligaments close 

to the top surface (Figure 6.2(b)).  Since both RDX and estane have low absorption 

coefficients at the wavelength investigated, laser heat generation was present throughout the 

entire depth of the model and neither material showed preferential absorption.  Consequently, 

the laser heat generation rate distribution was governed primarily by the local electric field 

magnitude. 

 The normalized electric field magnitude and laser heat generation rate at the center of 

the applied laser beam, x = 0.5 mm, are shown as a function of depth below the top surface 

(Figure 6.2(c-d)).  The electric field predicted for one-dimensional EM wave propagation in 

homogeneous RDX given by 

𝐸 𝑦 = !
!!
exp   !!!"

!"
(𝑦! − 𝑦)      (6.2) 

is shown in Figure 6.2(c) for comparison with the computational predictions.   

The normalized electric field magnitude decayed from a value of 1 at the top surface 

to approximately 0.4 times the incident field at the lower surface.  This follows the same 

trend predicted for homogeneous RDX, but the variations resulting from internal reflections 

at the crystal-binder interfaces are clearly apparent.  These variations were also seen in the 
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laser heat generation rate, which decayed with depth below the top surface but had local 

peaks associated with areas of high electric field (Figure 6.2(d)).  

 The normal stress distribution is shown in Figure 6.3(a).  Most of the RDX grains had 

compressive stresses between 2 – 3 times the static yield stress, but there were also very 

localized high compressive stress accumulations at the grain corners and void peripheries.  

The binder had compressive stresses in its horizontal ligaments and tensile stresses in the 

vertical ligaments.  This occurred as some of the grains bulged outward at the free surface 

through lateral binder sliding, effectively pulling on the connected vertical ligaments.   

Figure 6.3:  Response of 16-grain, 10% binder aggregate after 10 µs.  (a) Normal stress 
(normalized by RDX yield stress), (b) Energy dissipated by viscous sliding in binder, (c) 
Accumulated crystalline plastic shear strain, (d) Immobile dislocation density on the most 
active slip system (021) [100].   
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 Energy dissipated by viscous sliding occurred throughout most of the binder (Figure 

6.3(b)), but was concentrated in the regions close to the free edge where large amounts of 

sliding occurred.  Crystalline plastic shear strains (Figure 6.3(c)) accumulated at the grain 

corners, voids, and locations with large stress gradients at the crystal-binder interface.  

Immobile dislocation densities also accumulated in these locations, shown normalized by the 

initial dislocation density for the most active slip system (021) [100] (Figure 6.3(d)).  

Dislocation activity was much less on the other slip systems, with immobile dislocation 

densities less than 50 times the initial value.  This is consistent with experimental 

observations that slip system activity in RDX crystals is highly dependent on the crystal 

orientation with respect to applied load, and dislocation activity occurs predominantly on one 

or two slip systems[10,11]. 

The total temperature accumulation within the aggregate is shown in Figure 6.4(a), 

including effects of thermal conduction and the various heat generation sources.  All 

temperatures are normalized by the initial temperature of 293 K.  Temperatures in the entire 

aggregate increased to at least 1.1 times the initial temperature.  More significant temperature 

increases between 1.1 – 1.3 occurred between x = 0.3 mm to x = 0.9 mm at the center of the 

applied Gaussian laser beam.  The maximum temperature increase occurred in a grain corner 

with a high accumulation of shear slip and dislocation activity (Figure 6.3(c-d)).   

The temperature increase associated with laser heating (Figure 6.4(b)) largely 

followed the spatial pattern seen in the electric field and the laser heat generation rate (Figure 

6.2(a-b)), including areas with localized heating in the binder where electric field 

concentrations were present.  Temperature increases associated with plastic work heating 
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(Figure 6.4(c)) were present in areas with shear slip and dislocation activity (Figure 6.3(c-d)) 

and were locally higher in magnitude than the laser-generated temperature increase.  Viscous 

energy dissipation also produced temperature increases in areas of the binder where viscous 

sliding occurred (Figure 6.4(d)).  

Figure 6.4:  Temperature accumulation (normalized by initial temperature) in 16-grain, 10% 
binder aggregate after 10 µs.  (a) Total temperature increase, (b) Temperature increase due to 
laser heating, (c) Temperature increase due to plastic work, (d) Temperature increase due to 
viscous sliding. 

In this case, the effects of thermal decomposition did not play a major role since the 

maximum temperature increase was only 1.5 times the initial temperature of 293 K.  

Temperatures on the order of 489 K are necessary for thermal decomposition (Equation 

(2.30)) to produce significant heating and potentially become a runaway reaction indicative 
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of hot spot formation [49,59]. Laser heating was the main mechanism to increase the 

temperature throughout the model, while plastic work and viscous dissipation contributed 

additional heat to local areas where these mechanisms were present. 

6.2.2 Aggregate with 49 grains and 10% volume fraction binder 

The normalized electric field distribution and laser heat generation rates are shown in 

Figure 5 for a nominal strain rate of 103 s-1, and after 10 µs.   

Figure 6.5:  Electric field magnitude (normalized by the applied electric field E0) and laser heat 
generation rate for 49-grain, 10 % binder aggregate after 10 µs.  (a) Normalized electric field, 
(b) Volumetric laser heat generation rate, (c) Normalized electric field magnitude as a function 
of depth below the top surface at x = 0.5mm, (d) Volumetric laser heat generation rate as a 
function of depth below the top surface at x = 0.5mm. 
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The normalized electric field magnitude (Figure 6.5(a)) ranged from 1 – 0.4 times the 

applied field in most areas, but the field was more scattered in the lower grains compared to 

the 16-grain aggregate (Figure 6.2(a)).  In this case, there were many small areas with electric 

field magnitude ranging from 0.2 – 0.4 times the applied field, rather than a few large areas 

with an electric field magnitude less than 0.2 times the applied field.  Additionally, there 

were many localized areas in both the binder and the grains near the top surface with electric 

field magnitudes ranging from 1.5 – 2.2 times the applied field.  These localized sites had 

higher magnitudes of electric field and occurred in more locations in comparison with the 16-

grain aggregate (Figure 6.2(a)).  This behavior can be attributed to the increased scattering of 

the EM wave caused by the greater number of crystal-binder interfaces and smaller grain size 

compared to the 16-grain aggregate. Furthermore, the electric field is localized at the void 

peripheries due to the larger number of voids near the top surface. The effect can also be seen 

in the laser heat generation rate (Figure 6.5(b)), where the laser heating follows the same 

general pattern as the 16-grain aggregate, but more areas of localized heating occurred. 

Figure 6.5(c-d) show the normalized electric field magnitude compared to the one-

dimensional prediction for homogeneous RDX (Equation 6.2) and the laser heat generation 

rate versus depth from the top surface at the beam center x = 0.5 mm.  The high number of 

grains and interfaces caused the electric field to be very non-uniform, with variations from 

the prediction for homogeneous RDX much greater than those seen in the 16-grain aggregate 

(Figure 6.2(c)).  Local peaks up to twice the applied electric field occurred at depths close to 

the top surface, but the mean electric field magnitude was generally lower than the 

homogeneous prediction due to the large effect of scattering at the many interfaces.  This 
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produced high laser heat generation rates within a depth of 0.1 mm from the top surface but 

reduced laser heating further within the material along the beam centerline (Figure 6.5(d)).   

Figure 6.6:  Response of 49-grain, 10% binder aggregate after 10 µs.  (a) Normal stress 
(normalized by RDX yield stress), (b) Energy dissipated by viscous sliding in binder, (c) 
Accumulated crystalline plastic shear strain, (d) Immobile dislocation density on the most 
active slip system (021) [100]. 

The normal stress distribution, shown in Figure 6.6(a), was generally compressive at 

2 – 3 times the yield stress.  High compressive stress accumulations were present in the grain 

corners and at the voids, and tensile stresses were present in the vertical ligaments of the 

binder.  There were a larger number of these areas distributed throughout the microstructure 

than the 16-grain aggregate, due to the smaller grain size and increased number of crystal-

binder interfaces.  The energy dissipated by viscous sliding was most prevalent at the free 
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edge of the model as well as in the binder ligaments that form a band roughly 45° to the 

loading axis (Figure 6.6(b)).  In comparison with the 16-grain aggregate, which had thicker 

binder ligaments, grain bulging from the free edge was constrained due to the thinner binder 

ligaments in the 49-grain aggregate. 

Crystalline plastic shear strain (Figure 6.6(c)) and immobile dislocation density build-

up (Figure 6.6(d)) on the most active slip system (021) [100] accumulated at the voids and 

grain corners, particularly in grains adjacent to binder ligaments with higher viscous energy 

dissipation (Figure 6.6(b)).  In comparison with the 16-grain aggregate, crystalline plastic 

shear slip and dislocation density activity were more widely distributed and occurred at a 

higher number of locations.  However, the maximum shear strain accumulation was 0.6, 

which was lower than the 16-grain aggregate by 30%.  The smaller grain sizes in the 49-grain 

aggregate led to higher stresses, and this is due to the higher number of grain boundaries and 

interfaces.   

Figure 6.7 illustrates how the large stress gradients at the crystal-binder interfaces led 

to dislocation density accumulation in these areas.  By comparing the immobile dislocation 

density on slip system (021) [100] after 5 µs (Figure 6.7(a)) with the response at 10 µs 

(Figure 6.6(d)), the initial dislocation density accumulation at 5 µs occurred at the crystal 

corners and the voids. A zoomed-in view of the normal stress distribution after 5 µs (Figure 

6.7(b)) shows the large stress gradients in these areas.  

The normal stress-time history from Region 1 at the grain corner and Region 2 at the 

grain interior is shown in Figure 6.7(c), and the immobile dislocation density time-history is 

shown in Figure 6.7(d).  A high stress gradient was present between tensile stress in the 
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binder and compressive stress in the neighboring grain corner, which led to dislocation 

density build-up after 4.5 µs.  Such stress gradients were not present within the interior of the 

grains, and consequently the immobile dislocation density build-up began at a much later 

time of 8.5 µs.  Similar behavior has been observed in other crystalline-amorphous 

heterogeneous materials, such as metallic glass laminates [64,65]. 

Figure 6.7:  (a) Immobile dislocation density build-up on slip system (021) [100] after 5µs, (b) 
Zoomed-in view of normal stress distribution in boxed region at 5µs, (c) Normal stress–time 
history for circled regions, (d) Immobile dislocation density–time history on slip system (021) 
[100] for circled regions.  All quantities are normalized by their initial values. 

 

The total temperature accumulation that accounts for thermal conduction, laser 

heating, plastic work heating, viscous heating, and thermal decomposition is shown in Figure 
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6.8(a).  There was a temperature increase of at least 1.1 times the initial temperature 

throughout the entire aggregate, with larger temperature increases in localized areas around 

the voids and binder in the lower grains.  The upper grains above y = 0.5 mm had 

temperatures 1.1 – 1.3 times the initial temperature, and the peak temperature increase 

occurred in the corner of one of these grains. 

Figure 6.8:  Temperature accumulation (normalized by initial temperature) in 16-grain, 10% 
binder aggregate after 10 µs.  (a) Total temperature increase, (b) Temperature increase due to 
laser heating, (c) Temperature increase due to plastic work, (d) Temperature increase due to 
viscous sliding. 

 

The temperature increase due to laser heating (Figure 6.8(b)) occurred mostly in the 

upper grains.  Localized areas in the binder and near the voids that correspond to areas with 
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electric field concentrations (Figure 6.5(a-b)) had a temperature increase up to 1.2 times the 

initial temperature.  The temperature increase due to plastic work (Figure 6.8(c)) occurred in 

many locations around the grain corners and voids with magnitudes up to 1.3 times the initial 

temperature.  The temperature increase due to viscous heating (Figure 6.8(d)) was the lowest 

component of the total temperature, and it occurred in areas of the binder where viscous 

sliding was present.   

Similar to the 16-grain aggregate, laser heating increased the bulk temperature, while 

plastic work heating contributed additional localized temperature rise to areas with 

significant inelastic deformation.  Neither of these mechanisms increased the temperature 

enough to cause significant heating from thermal decomposition.  Localized areas of laser 

heating had higher temperatures than the 16-grain aggregate due to the increased electric 

field concentrations, while the temperature increases from plastic work and viscous heating 

decreased from the 16-grain aggregate due to lower plastic shear strain accumulation and less 

viscous sliding in the binder.   

6.2.3 Aggregate with 49 RDX grains and 30% volume fraction binder 

The normalized electric field magnitude distribution and the laser heat generation rate 

are shown in Figure 6.9 after a time of 10 µs for an aggregate with 49 grains and 30% binder.  

The electric field is scattered throughout the aggregate in a similar pattern as the 49-grain 

10% binder aggregate, with magnitudes between 1 – 0.4 times the applied field.   
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Figure 6.9:  Electric field magnitude (normalized by the applied electric field E0) and laser heat 
generation rate for 49-grain, 30 % binder aggregate after 10 µs.  (a) Normalized electric field, 
(b) Volumetric laser heat generation rate, (c) Normalized electric field magnitude as a function 
of depth below the top surface at x = 0.5mm, (d) Volumetric laser heat generation rate as a 
function of depth below the top surface at x = 0.5mm.  

Although the number of interfaces is the same, the thicker binder ligaments in this 

aggregate concentrate the propagating EM wave into linear regions with electric field 

magnitude between 1.4 – 2.4 times the applied field.  These regions are more continuous than 

both the aggregates with 10% binder (Figure 6.2 and Figure 6.5) and they also extend deeper 

into the model with higher magnitudes.  Additionally, viscous sliding in the binder caused 

some of the grains to bulge from the free surface, and the changes in microstructure geometry 
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redirected the propagating EM wave such that the most densely concentrated electric fields 

occurred slightly to the right of the applied beam center 

The laser heat generation rate (Figure 6.9(b)) shows these effects, as areas with high 

laser heat generation extend deep into the grains where the electric field is concentrated.  At 

the applied beam center x = 0.5 mm, both the normalized electric field magnitude (Figure 

6.9(c)) and the laser heat generation rate (Figure 6.9(d)) show the general trend of decaying 

magnitude with increasing depth below the top surface.  Both quantities also show large 

variations similar in number and magnitude to the 49-grains 10% binder aggregate and much 

more pronounced than the 16-grain 10% binder aggregate. 

The normal stress distribution is shown in Figure 6.10(a) normalized by the RDX 

yield stress.  Most grains exhibited a compressive stress 1 – 2 times the yield stress, which is 

lower that the stress states that were present in the aggregates with 10 % binder.  

Additionally, there were no areas with high compressive stresses.  The vertical binder 

ligaments had tensile stresses present, but these were also lower in magnitude than in 

aggregates with 10% binder.  Viscous sliding occurred and dissipated energy throughout the 

binder (Figure 6.10(b)), and there were no localized regions where the energy dissipation was 

particularly concentrated.  The thick binder ligaments allowed viscous sliding at the free 

edge, and several of the grains bulged outward.  Accumulated plastic shear strain (Figure 

6.10(c)) and immobile dislocation density activity on the most active slip system (Figure 

6.10(d)) was very low and only occurred in the grain corners. 
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Figure 6.10:  Response of 49-grain, 30% binder aggregate after 10 µs.  (a) Normal stress 
(normalized by RDX yield stress), (b) Energy dissipated by viscous sliding in binder, (c) 
Accumulated plastic shear strain, (d) Immobile dislocation density on the most active slip 
system (021) [100]. 

The total temperature accumulation normalized by the initial temperature is shown in 

Figure 6.11(a).  Similar to the aggregates with 10% binder, there was a large area with 

temperature rise between 1 – 1.3 times the initial temperature in the upper grains.  However, 

there were no additional localized areas of temperature build-up and the maximum 

temperature increase of 1.35 times the initial temperature was lower than the 16-grain 10% 

binder and 49-grain 10% binder aggregates. 

The temperature increase due to laser heating (Figure 6.11(b)) occurred in a large area 

of the grains with values from 1 – 1.5 in the central grains.  The area heated to these 
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temperatures was shifted slightly to the right of the applied beam center (x = 0.5 mm) as 

large geometry changes due to binder sliding redirected the EM wave and areas with largest 

laser heat generation rate (Figure 6.9).  Areas with localized temperature increase between 

1.2 – 1.3 times the initial temperature are larger in size than both aggregates with 10% binder 

due to the larger areas of high electric field present.   

Figure 6.11:  Temperature accumulation (normalized by initial temperature) in 49-grain, 30% 
binder aggregate after 10 µs.  (a) Total temperature increase, (b) Temperature increase due to 
laser heating, (c) Temperature increase due to plastic work, (d) Temperature increase due to 
viscous sliding. 

The temperature increase due to plastic work heating (Figure 6.11(c)) occurred only 

at the grain corners and the crystal-binder interface and was less than 1.1 times the initial 

temperature.  Temperature increase due to viscous heating (Figure 6.11(d)) was distributed 
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throughout the binder with small concentrations at the free edge where the largest sliding 

motion occurred.  The temperature increase from all combined heat sources (Figure 6.11(a)) 

was governed completely by laser heating in this aggregate and was not high enough to cause 

significant heating from thermal decomposition. 

6.2.4 Binder Volume Fraction and Grain Size Effects 

The laser-induced temperature increase as a function of depth along the applied beam 

center x = 0.5 mm is shown in Figure 6.12 for aggregates of 16 grains with 10% binder, 49 

grains with 10% binder, and 49 grains with 30% binder.   

Figure 6.12:  Comparison of laser-induced temperature increase vs. depth from top surface at  
x = 0.5 mm in various aggregates.  The full spatial laser-induced temperature distributions are 
shown on the right.  All temperatures are normalized by the initial temperature and shown 
after time of 10 µs.   
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Although the maximum laser induced temperature did not necessarily occur at the 

applied beam center, Figure 6.12 gives a good idea of the differences in laser heating profile 

as a function of depth obtained from each aggregate.  The large number of interfaces and 

smaller grain size present in both the 49-grain aggregates resulted in large temperature 

variations near the top surface.  This is directly related to the EM wave scattering and high 

values of concentrated electric field present in these aggregates (Figure 6.5 and Figure 6.9).   

Both 49-grain aggregates had lower laser-induced temperatures at depths further 

within the material, but this occurred for different reasons in each case.  In the 49-grain 10% 

binder aggregate, the grains at the bottom of the aggregate were effectively shielded from 

higher laser heating due to the large amount of electric field scattering and absorption by the 

RDX grains.  In the 49-grain 30% binder aggregate, the larger volume of viscous binder 

resulted in significant sliding.  This consequently redirected the propagating EM wave and 

shifted the higher laser-induced temperature increases to the right of the applied beam center.   

The larger grain size and fewer interfaces present in the 16-grain aggregate allowed smoother 

propagation of the EM wave with less scattering.  This resulted in fewer temperature 

variations and higher temperature increases at depths further from the top surface.  

A comparison of the normal stress vs. nominal strain response for several aggregates 

is shown in Figure 6.13.  The binder volume fraction clearly governed the aggregate behavior 

as cases with 30% binder had much lower stresses than the cases with 10% binder.  The 

binder ligaments in aggregates with 30% binder were approximately 50 µm thick, which 

made sliding in the binder the preferred deformation mechanism and mitigated plasticity 
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build-up within the RDX grains.  For aggregates with 30% binder, there was little crystalline 

shear slip accumulation, and the global stress-strain response was entirely governed by 

binder sliding.  

Figure 6.13:  Nominal stress-strain curves for various aggregates.  All stresses are normalized 
by the RDX yield stress. 

 

6.3 Summary 

A non-linear finite-element formulation that couples EM wave propagation and heat 

generation with dislocation-density based crystalline plasticity and viscoelastic constitutive 

formulations was used to investigate the response of RDX-estane aggregates to laser 

irradiation and high strain rate loading conditions.  
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 For the 16-grain aggregate with average grain sizes of 230 µm and 10% binder 

volume fraction, the electric field produced by the laser decayed gradually with depth.  EM 

reflections and refractions at the crystal-binder interfaces resulted in localized areas with high 

electric field magnitudes.  The crystal-binder interfaces were also sites of large stress 

gradients between tension in the vertical ligaments of the binder and high compressive 

stresses in the crystal corners that resulted in plastic shear strain and dislocation density 

accumulation.  Viscous sliding in the binder resulted in lateral grain sliding and grain bulging 

from the free surface.  The temperature build-up was associated primarily with heating from 

laser energy absorption and additional localized heating in areas with plastic work and 

viscous sliding in the binder.   

 For the 49-grain aggregate with average grain sizes of 135 µm and 10% binder 

volume fraction, the greater number of crystal-binder interfaces caused more internal 

reflections of the EM wave and higher electric field magnitudes than for the 16-grain 

aggregate.  The larger number of interfaces also resulted in stress, crystalline shear strain and 

dislocation density accumulations that were more spatially distributed. However, the smaller 

grain sizes constrained plasticity accumulation within RDX crystals.  Additionally, the thin 

binder ligaments were more constrained, in comparison with the 16-grain aggregate, by the 

surrounding RDX grains, which prevented grain bulging from the free edge.  

 Aggregates with 30% binder volume fraction exhibited lower overall global stresses, 

as viscous sliding in the thick binder ligaments mitigated plasticity within the grains and 

resulted in grain bulging from the free surface.  This sliding also redirected the laser EM 
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wave, such that the maximum laser induced temperature build-up occurred off-center from 

the applied beam. 

 In all aggregates, the mismatch of electrical and mechanical properties and behavior 

at the crystal-binder interfaces resulted in electric field localization, high stress gradients, 

dislocation density and crystalline shear slip accumulation.  The combined effects of 

adiabatic plastic work heating, laser heating, and viscous dissipative heating resulted in non-

uniform temperature distributions throughout the aggregates with high local temperatures in 

areas with concentrated electric field or plastic shear slip.  Results from this study underscore 

the need to couple fundamental phenomena such as electromagnetism and mechanical 

behavior for laser interactions with heterogeneous materials. 
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CHAPTER 7:  Heterogeneous Crystal Size Distribution, Crystalline-
Crystalline, and Crystalline-Amorphous Interfaces in RDX-Estane 

Energetic Aggregates 

7.1 Introduction 

Energetic aggregates contain a wide range of crystal sizes, varying from less than 10 

µm to over 500 µm [15,66].  This results in a complex microstructure consisting of large 

crystals surrounded by polymer binder with many smaller crystals embedded within the 

polymer binder ligaments.  The addition of the smaller crystals embedded in the binder can 

greatly affect the aggregate response to incident laser energy and high strain rate loads, 

through viscoelastic deformation of binder ligaments, interaction between large and small 

crystals, geometrically necessary dislocation density build up, high stress gradients at the 

crystal-crystal and crystal-binder interfaces, and scattering of the EM wave by the small 

crystals. 

 The quasi-static and the coupled EM-thermo-mechanical response to high strain rate 

loads with laser irradiation has been investigated for RDX-estane aggregates containing both 

large grains and small crystals embedded in the binder ligaments.  Aggregates with and 

without small crystals embedded in the binder were studied to understand the effects of 

crystal size distribution and crystal-crystal and crystal-binder interfaces present in real 

energetic aggregates.  Additionally, geometrically necessary dislocation densities (GNDs) 

were calculated to characterize the effects of shear strain localization and gradients at the 

interfaces. 
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7.2 Results 

A model consisting of four RDX crystals separated by ligaments of estane polymer 

binder was used to study the effect of crystal-crystal and crystal-binder interfaces present in 

energetic aggregates.  The large crystalline grains were approximately 425 µm in length and 

the binder ligaments were 150 µm wide for a global aggregate size of 1mm x 1mm.  Smaller 

crystals ranging in size between 20 µm – 150 µm with arbitrary shape were embedded within 

the binder ligaments.  In this aggregate, the large grains occupied approximately 70% volume 

fraction, the small grains occupied approximately 10% volume fraction, and the binder 

occupied approximately 20% volume fraction.  A second aggregate with the same large 

grains and binder thickness, but no smaller crystals within the binder ligaments, was also 

studied.  In the aggregate without small crystals, the volume fraction of the large grains was 

70%, and the binder volume fraction was 30 %.  The RDX crystals had randomly generated 

orientations between -15° and 15° from the reference axes, such that the maximum angular 

misorientations at the crystalline-crystalline grain boundaries was 30°. 

Based on Gallagher et al. [10], the RDX crystals were assumed to have the three 

independent slip systems of (010) [001], (021) [100], (021) [100].  The mechanical, thermal, 

and electrical properties used for the RDX crystals are shown in Table 7.1.  The estane binder 

was modeled as a viscoelastic material, where properties for each Maxwell element were 

obtained from the experimental data of Mas et al. [46].  The thermal and electrical properties 

used for the estane binder are shown in Table 7.1.   
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Table 7.1:  Material Properties of RDX Crystals and Estane Binder Materials. 

 RDX estane 

Density ( !"
!!) 1820 [9] 1190[46] 

Yield Stress (MPa) 300[60] -- 

Elastic Modulus (GPa) 18.4 [9] -- 
Poisson’s Ratio 0.22[15] 0.499[14] 

Strain Rate Exponent 0.02** -- 
Thermal Softening Exponent 0.1** -- 

Initial Immobile Dislocation 
Density 

1x1012** -- 

Initial Mobile Dislocation 
Density 

1x1010** -- 

Thermal Conductivity ( !
!  !

) 0.29 [6] 0.14[61] 

Specific Heat (cp) (
!

!"  !
) 1260[15] 1500[14] 

Refractive Index Real 
Component n 

1.5*[57] 1.7*[62,63] 

Refractive Index Imaginary 
Component k 

0.000834*[32,57] 0.030400*[32] 

                 *Values estimated at wavelength of 10.3 µm 
                 **Properties assumed based on other crystalline materials due to lack of experimental data for RDX 
 

The thermo-mechanical domain was modeled using symmetry boundary conditions 

for plane strain loading.  For quasi-static loading conditions without laser irradiation, a 

compressive displacement boundary condition was applied to the top surface for a strain rate 

of 10-3 s-1 and no coupling to the electromagnetic domain was considered (Figure 7.1(a)).  

For dynamic loading conditions with laser irradiation, the compressive displacement 

boundary condition was applied to the top surface for a much higher strain rate of 103 s-1 and 

the full coupling to the electromagnetic domain was employed (Figure 7.1(b)). 
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Figure 7.1:  The RDX-estane aggregate with boundary conditions and loading conditions for (a) 
Quasi-static loading without laser, (b) Dynamic high strain rate load with laser irradiation. 

For the electromagnetic domain, the laser energy was applied to the top surface as a 

Gaussian beam centered at xc = 0.5 mm with a radius (r) of 0.5 mm.  The beam was polarized 

in the out-of-plane direction (𝑧) and specified to propagate in the y-direction. The applied 

electric field (𝐸) is given as a function of beam dimensions and local x-coordinate (x) as 

𝐸 = 𝐸!𝑒𝑥𝑝 − (!!!!)!

!!
𝑧,                              (7.1)  

 where the electric field magnitude at the beam center (E0) was specified as 0.87 MV/m.  

This corresponds to an intensity of 1x105 W/cm2.  Perfectly matched layers were used on the 

sides and lower surface of the EM domain to reduce artificial reflections of the EM wave 
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from the boundaries.  A wavelength where EM energy is weakly absorbed in both RDX and 

estane was investigated (estimated at 10.3 µm), and the assumed material refractive index 

values are shown in Table 7.1. 

7.2.1 Quasi-Static Response of Aggregate with Small Crystals in Binder 

Figure 7.2 shows the stress and pressure distributions for the aggregate containing 

small crystals embedded in the binder after compression to 8% nominal strain at a quasi-

static strain rate of 10-3 s-1.   

Figure 7.2:  Stress distribution at 8 % nominal strain for quasi-static compression. (a) Lateral 
stress, (b) Normal stress, (c) Shear stress, (d) Hydrostatic pressure. 
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The lateral stresses (Figure 7.2(a)) were generally tensile throughout the large grain 

interiors, but large stress gradients were present at the crystal-binder interfaces and 

throughout the polymer binder.  Compressive lateral stresses built up in the horizontal binder 

ligaments in between the large grains and the small crystals where the binder thickness was 

effectively reduced by the presence of the embedded small crystals.   

The normal stresses (Figure 7.2(b)) were generally compressive throughout the large 

grains, but the vertical ligaments of the binder had some tensile stress build up, particularly 

in the thin sections of binder between small and large crystals.  This resulted as the horizontal 

ligaments bulged outward at the free edge.  Very high compressive normal stress 

accumulated in the small crystals embedded in the horizontal binder ligaments and also 

extended into the larger grains at these crystal-crystal interfaces.  Shear stresses (Figure 

7.2(c)) were primarily concentrated at the crystal-crystal interfaces between the small and 

large crystals, as these locations also had large gradients in normal and lateral stress.  High 

hydrostatic pressures (Figure 7.2(d)) also developed in the smaller crystals embedded within 

the binder ligaments, with large gradients between compressive and tensile pressures at 

regions where the small crystals, larger crystals, and polymer meet.  This stress state resulted 

from the small crystals pushing against the larger grains as the polymer binder deforms and 

resulted in both tensile and compressive stresses at the crystal-crystal and crystal-binder 

interfaces. 

Figure 7.3 shows the stress distribution along a horizontal line at y = 0.6 mm for an 

aggregate with the small crystals embedded in the binder (Figure 7.3(a)) compared with an 

aggregate without the small crystals (Figure 7.3(b)).  In both aggregates, there is a large 
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mismatch in normal stress at the crystal-binder interface from compressive stress within the 

large grains to low tensile stresses in the binder.  However, the magnitude of this mismatch is 

much greater in the aggregate containing small crystals, and the stress state is also much 

more non-uniform within the large grains.   

Figure 7.3:  Stress distribution along horizontal line at y=0.6mm for  (a) Aggregate with small 
crystals embedded in the binder, (b) Aggregate without any small crystals. 

The lateral stress was tensile in the aggregate without small crystals and showed no 

mismatch between the large grains and binder.  When small crystals were present in the 

binder, however, the lateral stresses were much less uniform, including an area with very 

high compressive stress at the interface between a large crystal, small crystal, and binder at x 

= 0.6mm (Figure 7.3(a)).  Much greater variation was seen in the shear stress distribution as 
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well when small crystals were present in the aggregate.  This shows that the addition of small 

crystals embedded in the binder ligaments greatly increased the magnitude of stresses present 

in the aggregate and also resulted in a much more non-uniform stress state. 

Figure 7.4:  Inelastic response at 8% nominal strain for quasi-static compression.  (a) 
Accumulated crystalline plastic shear strain, (b) Energy dissipated by viscous sliding in binder, 
(c) Gradient of accumulated plastic shear strain,  𝝏𝜸

𝝏𝒙
, along the dashed line in (4a).  Dashed lines 

indicate the location of the large grain edges. 

As a result of the large stresses and stress gradients present in the aggregate 

containing small crystals, crystalline plastic shear strain (Figure 7.4(a)) accumulated at the 

corners of the small crystals at the interfaces with large RDX crystals and extended into the 

interior of large RDX crystals.  The energy dissipated by viscous sliding in the binder (Figure 

7.4(b)) was concentrated in areas of binder between two small crystals or between a small 

crystal and large crystal within the horizontal binder ligaments.  In these regions, the 
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thickness of the binder ligament was effectively reduced and the viscous sliding mechanism 

was prevalent. 

The localized accumulation of crystalline plastic shear slip resulted in large shear slip 

gradients at the interface region between large and small crystals.  This is illustrated by 

Figure 7.4(c), which plots the gradient in the x-direction of accumulated plastic shear slip 

along the horizontal line in Figure 7.4(a).  Both positive and negative gradients are present as 

the line crosses the small crystal embedded in the binder at x = 0.5 – 0.6 mm where large 

changes in slip accumulation occurred over a length scale on the order of 10 – 100 µm. 

Dislocation activity for both immobile (Figure 7.5(a)) and mobile (Figure 7.5(b)) 

statistically stored dislocation densities (SSD) accumulated primarily on the slip system 

(010) [001] in areas with high shear slip at the crystal-crystal interfaces between small and 

large RDX grains.  The other two slip systems both had less than two times the initial 

immobile dislocation density. 

Additionally, geometrically necessary dislocation densities (GND) accumulate to 

accommodate lattice misorientations that occur due to large gradients of plastic slip [67,68].  

Edge GND density 𝜌!"#,!
(!)  form due to gradients of plastic slip along the slip direction (𝑠(!)) 

of slip system α as 

𝜌!"#,!
(!) = − !

!(!)
𝑠(!) ∙ ∇𝛾(!).     (7.2) 

Screw GND of density 𝜌!"#,!
(!)  form due to gradients of plastic slip along the dislocation line 

vector (𝑙(!)) as 

𝜌!"#,!
(!) = − !

!(!)
𝑙(!) ∙ ∇𝛾(!).     (7.3) 
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The plastic strain gradients in the normal direction (𝑛(!)) do not contribute to the 

GND formation [69].  The GND were present in both edge (Figure 7.5(c)) and screw (Figure 

7.5(d)) type on the slip system (010) [001], with very little activity on the other two slip 

systems.  The GND densities are primarily of edge type and are roughly an order of 

magnitude less than the statistically stored dislocation densities (Figure 7.5(a,b)).   

Figure 7.5:  Dislocation density activity on the most active slip system (010) [001] normalized by 
the initial immobile dislocation density of 1 x 1012 m-2. (a) SSD Immobile dislocation density, (b) 
SSD Mobile dislocation density, (c) Edge GND, (d) Screw GND. 

Similar to the SSD, the GND form in areas of high shear slip at the crystal-crystal 

interfaces between large and small crystals.  However, since GND are formed to 

accommodate lattice mismatches produced by the shear slip gradient, this type of dislocation 
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density extends into the grain interiors following lines of high shear slip gradient between 

slipped and undeformed crystalline material.  While SSD accumulation was the dominant 

form of dislocation activity, the high shear slip gradients resulted in GND formation that was 

an additional pathway for deformation at the crystal-crystal and crystal-binder interfaces.   

The crystal-binder and crystal-crystal interfaces are locations of high stresses, stress 

gradients, crystalline shear slip and dislocation density build up of both SSD and GND types. 

Figure 7.6 shows a comparison of stress gradients and GND build up along a horizontal line 

traversing the crystal-binder and crystal-crystal interfaces (Figure 7.6(a)).  The dashed 

vertical lines indicate the location of the binder ligament edges.   

Figure 7.6:  (a) Spatial location of horizontal lineplots for (b-d) across binder ligament at y = 
0.6mm, (b) GND accumulation as a function of x-coordinate, (c) Normal stress as a function of 
x-coordinate, (d) Normal stress gradient in x-direction as a function of x-coordinate.  Dashed 
lines indicate the location of the large grain edges. 
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The GND accumulation (Figure 7.6(b)) is concentrated at the interface between a 

small crystal embedded in the binder and the large grain at x = 0.6mm, which is also a 

location with high shear slip gradients (Figure 7.4(c)).  This GND accumulation can lead to 

hardening at the crystal-crystal interface and potentially act as a strengthening mechanism for 

the aggregate [69].   

However, the normal stress (Figure 7.6(c)) shows large variations at the crystal-

binder and crystal-crystal interfaces between a high compressive stress in the large crystals 

and a much lower stress in the binder.  This produced stress gradients (Figure 7.6(d)) with 

very high magnitude at the interfaces, which resulted from the large change in stress over 

spatial length scales on the order of 10 – 100 µm.  It is hypothesized that such high stress 

gradients over small length scales could lead to crack nucleation, should the stress gradient at 

the interface exceed some critical value.  As such, there were competing effects of hardening 

due to GND and SSD dislocation accumulation and potential failure due to high stress 

gradients at the crystal-binder and crystal-crystal interfaces. 

7.2.2 High Strain Rate Coupled EM-Thermo-Mechanical Response of Aggregate with 
Small Crystals in the Binder 

Figure 7.7 shows the electric field and laser heat generation rate for the aggregate 

with small crystals embedded in the binder after 2.5 µs of applied laser energy and high strain 

rate compression for a strain rate of 10-3 s-1.  The electric field is normalized by the incident 

electric field (Figure 7.7(a)) and is generally reduced to between 0.8 – 0.6 times the incident 

field throughout the large crystals as some of the EM energy is absorbed.  The small crystals 

within the binder ligaments caused local scattering of the EM wave and electric field 

concentrations up to 1.8 times the incident electric field within the binder ligaments.  This is 
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due to the mismatch of refractive index between the crystals and binder materials, which 

caused internal reflection and refraction of the EM wave at each crystal-binder interface.  As 

a result, the electric field in the large crystals below the horizontal binder ligament is more 

disrupted and less uniform than the electric field in the upper grains.   

Figure 7.7:  EM response of aggregate with small crystals after 2.5 µs for dynamic compression 
at strain rate of 103 s-1. (a) Electric field magnitude normalized by the applied electric field, (b) 
Volumetric laser heat generation rate. 

 The laser heat generation rate (Figure 7.7(b)) is concentrated in the two large grains 

above the horizontal binder ligaments.  Since the absorption coefficient of RDX is slightly 

higher than that of estane at this wavelength, the small crystals embedded within the binder 

had higher laser heat generation rates than the binder.  Some of these embedded small 

crystals had an even higher laser heat generation rate where an electric field concentration 

occurred, since the laser heat generation is the product of electric field intensity and material 

absorption coefficient.  The laser heat generation rate in the large crystals below the 

horizontal binder ligaments was much lower and less uniform due to the reduced electric 

field present in these crystals. 
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Figure 7.8 shows the coupled response of the aggregate with the small crystals in the 

binder after 2.5 µs to applied laser energy and high strain rate compression for a strain rate of 

10-3 s-1.   

Figure 7.8:  Response of aggregate with small crystals after 2.5 µs for dynamic compression at 
strain rate of 103 s-1. (a) Normal stress, (b) Hydrostatic pressure, (c) Accumulated plastic shear 
strain, (d) viscous dissipated energy. 

The normal stress (Figure 7.8(a)) was compressive within the large crystals and 

horizontal binder ligaments, but the stresses were tensile in the upper and lower parts of the 

vertical binder ligaments.  There were also high stresses (both compressive and tensile) in the 

small crystal corners at the crystal-crystal interface with the large grains.  The hydrostatic 

pressures (Figure 7.8(b)) also had large gradients within the binder and at the crystal-crystal 
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and crystal-binder interfaces, which extended outward into the interior of the large grains.  At 

this time, crystalline plastic shear strain (Figure 7.8(c)) began to accumulate at the crystal-

crystal interfaces and corners similar to the quasi-static loading, and the energy dissipated by 

viscous sliding (Figure 7.8(d)) was concentrated in the horizontal binder ligaments, 

particularly in the thin regions between the small crystals.  At this time, the binder began to 

protrude from the free edge, but not to the extent that was seen for the quasi-static loading. 

Figure 7.9:  Response of aggregate with small crystals after 3.5 µs for dynamic compression at 
strain rate of 103 s-1. (a) Normal stress, (b) Hydrostatic pressure, (c) Accumulated plastic shear 
strain, (d) viscous dissipated energy. 

Comparing the response at 2.5 µs (Figure 7.8) with the response at 3.5 µs (Figure 

7.9), higher compressive stresses and pressures built up from the crystal-crystal interfaces 
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and corners and eventually spread into the large grain interiors.  At 3.5 µs, very high normal 

stresses (Figure 7.9(a)) and pressures (Figure 7.9(b)) had developed in the large grains on the 

left side of the aggregate at the symmetry boundary.  These high stresses were accompanied 

by a large build-up of crystalline plastic shear strain (Figure 7.9(c)) in the large grains and 

viscous energy dissipation (Figure 7.9(d)) throughout the binder ligaments much more 

widely distributed than for the quasi-static loading.  This resulted as large stress and pressure 

gradients between the small crystals, binder, and large grains accumulated at the interfaces 

and spread into the large grain interiors very quickly under the high strain rate loads.   

The dynamic laser irradiation also resulted in large temperature accumulation 

throughout the aggregate from the various heat generation mechanisms, shown in Figure 7.10 

normalized by the initial temperature of 293 K.  The total temperature increase (Figure 

7.10(a)) was 1.1 – 1.3 times the initial temperature throughout the upper large grains, with 

several localized areas with increase greater than 1.6 times the initial temperature.  

Temperature increases of this magnitude can trigger a runaway thermal decomposition 

reaction and result in hot spot formation [49,59].  In this case, the thermal decomposition 

mechanism (Equation 2.30) was beginning to produce significant heating at these localized 

sites and hot spot formation was likely.  The laser-induced temperature increase (Figure 

7.10(b)) was concentrated in the upper half of the aggregate, as the small crystals in the 

binder disrupted smooth propagation of EM waves and reduced the laser heating in the lower 

grains.  
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Figure 7.10:  Temperature accumulation (normalized by initial temperature of 293 K) in 
aggregate with small crystals after 3.5 µs for dynamic compression at strain rate of 103 s-1.  (a) 
Total temperature increase, (b) Temperature increase due to laser heating, (c) Temperature 
increase due to plastic work, (d) Temperature increase due to viscous sliding. 

 High temperature increases due to plastic work heating (Figure 7.10(c)) were 

localized in areas with large crystalline plastic shear strain accumulations in the large grains 

(Figure 7.9(c)).  Viscous heating (Figure 7.10(d)) was present throughout the binder 

ligaments, but was very low compared to the other heat generation mechanisms.  From 

Figure 7.10(a-d), laser heating increased the temperature significantly in the upper grains, 

and plastic work heating occurred in areas with high shear slip to produce localized areas 

with high temperature increase and activate the thermal decomposition mechanism.   
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7.2.3 High Strain Rate Coupled EM-Thermo-Mechanical Response of Aggregate Without 
Small Crystals in the Binder 

Figure 7.11 shows the electric field normalized by the incident electric field and the 

laser heat generation rate for the aggregate without small crystals in the binder after 6 µs of 

laser irradiation and high strain rate compression for a strain rate of 10-3 s-1.  The response of 

this aggregate is shown at a later time than the aggregate with crystals embedded in the 

binder since it took much longer for plasticity to develop in this aggregate.  Most of the large 

crystals had an electric field magnitude between 0.4 – 0.8 times the incident electric field 

(Figure 7.11(a)).  Electric field concentrations approximately 1.2 times the applied field were 

present within the vertical ligaments of the binder due to internal reflections at the crystal-

binder interface.  However, there was much less scattering of the EM wave when compared 

to the aggregate containing small crystals in the binder, and the large crystals below the 

horizontal binder ligaments had a much more continuous electric field distribution.   

Figure 7.11:  EM response of aggregate without small crystals after 6 µs for dynamic 
compression a strain rate of 103 s-1. (a) Electric field magnitude normalized by the applied 
electric field, (b) Volumetric laser heat generation rate. 
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 The laser heat generation rate (Figure 7.11(b)) was also much more uniform than the 

aggregate containing small crystals in the binder, especially in the large crystals below the 

horizontal binder ligaments.  Electric field concentrations in the vertical binder ligaments led 

to laser heat generation rates comparable to those present in the large grains, while the 

horizontal binder ligaments had lower electric fields and less laser heating.  

Figure 7.12 shows the coupled response of the aggregate without small crystals in the 

binder to applied laser energy and high strain rate compression for a strain rate of 10-3 s-1 

after 6 µs.   

Figure 7.12:  Response of aggregate without small crystals after 6 µs for dynamic compression 
at strain rate of 103 s-1. (a) Normal stress, (b) Hydrostatic pressure, (c) Accumulated plastic 
shear strain, (d) viscous dissipated energy. 
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The normal stresses (Figure 7.12(a)) and hydrostatic pressures (Figure 7.12(b)) were 

generally lower in magnitude than the aggregate with small crystals in the binder.  However, 

high compressive stress and large pressure gradients developed at the corners of the large 

crystals, particularly in the two crystals constrained by the symmetry boundary.  The two 

grains on the free surface had lower stresses.   

As with the aggregate including small crystals, tensile stresses were present in the 

vertical binder ligaments due to the binder bulging outward at the free surface.  In this case, 

however, the binder protruded outward substantially from between the large crystals as its 

sliding deformation was uninhibited.  As such, viscous energy dissipation (Figure 7.12(d)) 

was high throughout both vertical and horizontal the binder ligaments.  At this time, 

crystalline plastic shear strain (Figure 7.12(c)) began to accumulate in the large grain corners 

where high stress gradients were present.  However, in comparison with the aggregate 

containing small grains, shear strain accumulation was delayed and began to accumulate after 

a longer time of 6µs.   

At a later time of 7 µs, high compressive stresses (Figure 7.13(a)) and very high stress 

gradients developed in the large grains on the left side of the aggregate.  High pressure 

gradients (Figure 7.13(b)) were also present in these grains.  This contributed to crystalline 

plastic shear strain accumulation (Figure 7.13(c)) in the large grains following a similar 

pattern to the case with small crystals in the binder and with much greater magnitude than at 

6 µs (Figure 7.12(c)).  The energy dissipated by viscous sliding (Figure 7.13(d)) increased in 

magnitude from its value at 6 µs (Figure 7.12(d)), and was concentrated at the junction 

between horizontal and vertical binder ligaments as the binder slid around the corner towards 
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the free edge.  The large amount of binder sliding delayed the onset of high stress build up 

and plastic shear strain accumulation compared to the aggregate with small crystals 

embedded in the binder, where the embedded crystals restricted the binder’s ability to slide. 

Figure 7.13:  Response of aggregate without small crystals after 7 µs for dynamic compression 
at strain rate of 103 s-1. (a) Normal stress, (b) Hydrostatic pressure, (c) Accumulated plastic 
shear strain, (d) Viscous dissipated energy. 

The total temperature increase (Figure 7.14(a)) was generally higher in magnitude 

than the case with small crystals in the binder, but there were not any localized areas with 

very high temperatures.  The temperature increase due to laser heating (Figure 7.14(b)) 

followed the Gaussian spatial profile of the applied laser beam and extended into the lower 

grains, with much less disruption than the aggregate containing small crystals.   
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Figure 7.14:  Temperature accumulation (normalized by initial temperature of 293 K) in aggregate 
without small crystals after 7 µs for dynamic compression at strain rate of 103 s-1.  (a) Total temperature 
increase, (b) Temperature increase due to laser heating, (c) Temperature increase due to plastic work, (d) 
Temperature increase due to viscous sliding. 

The laser-induced temperature increases were higher in magnitude than the aggregate 

with small crystals because this aggregate was exposed to the laser heating for a longer time 

of 7 µs (compared to 3.5 µs).  The temperature increase due to plastic work heating (Figure 

7.14(c)) occurred in localized areas with crystalline plastic shear strain accumulation, but was 

lower in magnitude compared to the aggregate containing small crystals.  By contrast, the 

temperature increase due to viscous heating (Figure 7.14(d)) was much higher than the 

aggregate containing small crystals due to the greater amount of sliding in the binder. 
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7.2.4 Comparison of Global Response With and Without Small Crystals  

The nominal stress-strain curves for coupled high strain rate loading and laser 

irradiation for both aggregates are shown in Figure 7.15.   The normal stress distributions at 

the times discussed previously are shown as insets at the corresponding nominal strain.   

Figure 7.15:  Nominal stress-strain curves for aggregates with and without small crystalline 
inclusions in the binder ligaments under coupled high strain rate loading and laser irradiation. 

The aggregate containing small crystals in the binder had much higher stresses than 

the aggregate without small crystals.  This resulted as the small crystals restricted viscous 

sliding deformation in the binder and resulted in high stress gradients and plasticity build-up 

in both large and small grains.  Both aggregates reached a point where global stress began to 

rapidly increase as the large stress gradients built up at the interface between the large grains 
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and the polymer binder, which could be indicative of instability and defect nucleation.  This 

rapid stress increase was delayed in the aggregate without small crystals, as there were fewer 

interfaces to initiate stress concentrations and gradients. 

7.3 Summary 

The response of RDX-estane aggregates with various grain size distributions was 

investigated under both quasi-static loading and high strain rate loading coupled with laser 

irradiation.  A non-linear finite-element formulation was used that couples laser EM wave 

propagation and heat generation with a dislocation-density based crystalline plasticity 

constitutive formulation for the RDX crystals and a finite viscoelastic constitutive 

formulations for the binder. 

Quasi-static loading of the aggregate containing small crystals embedded in the 

binder ligaments produced a highly non-uniform stress state throughout the aggregate, with 

high normal, lateral, and shear stresses at the interfaces between small and large crystals.  

Crystalline plastic shear strain and statistically stored dislocation densities accumulated 

primarily within the small crystals and at the interfaces between small crystals, large crystals 

and the binder.  Energy dissipated by viscous sliding in the binder was concentrated in the 

thin regions of binder between the embedded smaller crystals.  Additionally, shear slip 

gradients led to geometrically necessary dislocation density accumulation at the crystal-

crystal interfaces and large stress gradients at the interface regions could lead to defect 

nucleation. 

For the aggregate containing small crystals embedded in the binder ligaments under 

high strain rate loading with laser irradiation, the small crystals embedded in the binder 
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scattered the EM wave as it passed through the binder ligaments and resulted in electric field 

concentrations within the vertical binder ligaments and reduction of the electric field in the 

large grains below the horizontal binder ligaments.  High stresses and stress gradients built 

up at the crystal-crystal and crystal-binder interfaces, which spread into the large grains as 

loading continued.  Crystalline plastic shear strain initiated at the crystal-crystal interfaces 

and developed at many locations in the large grains once large stress gradients had 

accumulated.  Viscous sliding in the binder was an additional energy dissipation mechanism, 

but large deformations in the binder were restricted by the small crystals embedded within 

the binder ligaments.  High temperatures accumulated throughout the aggregate, primarily 

from laser heat generation and localized adiabatic heat generation in areas with large shear 

slip accumulations. 

For the aggregate without any small crystals embedded in the binder under high strain 

rate loading with laser irradiation, the electric fields produced by laser irradiation were more 

uniform throughout the large grains.  The electric field was somewhat concentrated in the 

vertical binder ligaments, but there was no widespread scattering of the EM wave as seen 

when small crystals were present in the binder.  The stresses throughout this aggregate were 

much lower than the aggregate with small crystals present, and the response was governed by 

viscous sliding in the binder and binder bulging at the free edge.  Large stress gradients 

initiating at the crystal-binder interface eventually extended into the grain interiors and 

resulted in widespread crystalline shear slip accumulation, but this effect was significantly 

delayed when compared to the aggregate containing small crystals embedded in the binder.  
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Temperature increases resulted from laser heat generation mechanisms, viscous heating due 

to binder sliding, and adiabatic heating in localized areas with high shear slip accumulation. 

 For both quasi-static and high strain rate loading, the presence of embedded crystals 

in the binder ligaments restricted viscous binder sliding and resulted in global hardening of 

the aggregate, which led to large stress gradients, localized plasticity, and dislocation density 

accumulation.  Under laser irradiation, the smaller crystals also increased scattering of the 

EM wave within the binder ligaments and increased the localization of EM energy and laser 

heat generation.  High shear slip gradients at the crystal-crystal and crystal-binder interfaces 

led to geometrically necessary dislocation density build-up and hardening at the interface, but 

high stress gradients present at these interfaces can lead to instability and defect nucleation.  

Thus, a trade-off between strengthening and failure mechanisms at the crystal-crystal and 

crystal-binder interfaces was identified based on local stress gradients and geometrically 

necessary dislocation densities. 

  



 

126 

SUMMARY and RECOMMENDATIONS FOR FUTURE RESEARCH 

 The coupled EM-thermo-mechanical response of RDX-polymer energetic aggregates 

under laser irradiation and high strain rate loads was investigated to characterize the coupling 

mechanisms between high frequency EM wave propagation, laser energy absorption, 

inelastic deformation, heat generation mechanisms and microstructural evolution, and to 

develop a fundamental understanding of the coupled response of energetic aggregates.  The 

central findings of this work are summarized as follows: 

• Localized electric field concentrations resulted as interaction with the heterogeneous 

aggregate microstructure caused geometrical scattering, internal reflections, and 

refractions of the propagating EM laser waves.  These effects were enhanced by 

crystal-binder interfaces, crystal sizes, and defects such as voids. 

• Material absorption properties, which are a function of EM wavelength, governed the 

penetration depth of laser energy into the aggregate and the laser heat generation rate.  

Dissimilar absorption properties of the RDX crystals and binder materials resulted in 

preferential absorption and heating.  Thus, the laser heating within the aggregate can 

be tailored to achieve a variety of laser heat distributions, including preferential 

binder heating (low αRDX, high αbinder), surface heating of RDX and heating along 

crystal-binder interfaces (high αRDX, low αbinder), and uniform heating of the bulk 

aggregate (low αRDX, low αbinder). 

•  Localized crystalline plastic shear slip and immobile dislocation densities 

accumulated at void peripheries, narrow crystalline regions between two or more 

voids, and at the crystal-binder interfaces.  High heat generation rates due to the 
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adiabatic plastic work heating mechanism were present in localized areas with large 

shear slip accumulation. 

• For aggregates with estane binders, which were above the glass transition temperature 

during laser heating, viscous sliding in the binder was another energy dissipation 

mechanism that reduced stresses in aggregates with thicker binder ligaments and 

larger binder volume fractions. 

• For aggregates with heterogeneous crystal sizes, the presence of embedded crystals in 

the binder ligaments restricted viscous sliding mechanisms and resulted in aggregate 

hardening and accumulation of geometrically necessary dislocations and high stress 

gradients at the interfaces between large and small crystals. 

• Several hot spot formation mechanisms under laser irradiation and high strain rate 

loads have been identified and characterized, which are a complex function of electric 

field localization, laser energy absorption, crystalline shear strain localization, heat 

conduction, and thermal decomposition of the energetic crystals.  In regions where 

plastic shear slip and laser heating occur simultaneously, hot spot formation is 

accelerated.  

 
These predictions underscore the need to couple fundamental phenomena, such as 

electromagnetism and mechanical behavior for laser interactions with heterogeneous 

materials and provide insight to better understand applications such as laser machining, laser-

induced ignition systems, and techniques for laser-based detection of energetic materials.  
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Based on the findings of this work, the following recommendations are made for future 

research on laser interaction with energetic materials: 

 
1) Characterize dependence of RDX absorption coefficient on dislocation density 

accumulation and temperature and incorporate these relationships into the EM finite 

element formulation. 

 
2) Develop a model for laser beam traveling through air to include effects at the 

material-air interface, such as reflection, plasma generation, and ablation, and to 

better understand laser energy transmission into the bulk material and laser-induced 

high strain rate loads. 

 
3)  Develop a formulation that accounts for thermal expansion due to confined areas of 

localized heating.  

 
4) Expand the coupled EM-high strain rate approach to three dimensions to account for 

full-field EM and thermo-mechanical effects. 

 
5) Develop model for dislocation density interaction at crystalline-crystalline and 

crystalline-amorphous interfaces and incorporate potential interface crack nucleation 

mechanisms. 

 
6) Incorporate fracture model to investigate competition between laser-induced hot spot 

formation and laser-induced fracture. 
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